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INTRODUCTION AND STATEMENT OF PROBLEM

The presence of swelling clays in soils and sediments is of great
importance to many engineering, geologic, and agricultural problems.
Dry clays swell to many times their original volume when they come into

contact with water. If they are confined, they develop high swelling
pressures that can disrupt apertinent structures and facilities. In
cases where the swelling characteristics of an existing soil or sedi-
ment are detrimental to its intended use, it would be advantageous to

-i have a method to modify its swelling properties in situ. The purpose
of this study was to determine whether or not the swelling pressure of

" clay minerals is altered by changing the oxidation state of the iron in
the clay crystal structure.
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SUMMARY OF RESULTS

1. Methods, Techniques, and Apparatus

1.1. Introduction

Interest in the reduced (Fe2 +) form of iron-bearing smectites has
increased markedly during recent years, but their characterization and
use have been severely limited by the high susceptibility of reduced
suspensions to reoxidation and by uncertainties surrounding the effects
of reducing agents on the integrity of mineral structures (Rozenson and
Heller-Kallai, 1976; Russell et al., 1979). One problem with redox
experiments with clays has been the presence of excess salts in the
reduced product as the result of using sodium dithionite (Na2 S204 ) as
the reducing agent. This largely precludes the quantitative analysis
of reduced samples for Fe2 + and FeU+ , the determination of surface
charge, and the measurement of any other property such as water tension
or swelling pressure that requires a low concentration of solutes in
the solution external to the clay particics. Other reducing agents
have been investigated, but dithionite is by far the most effective and
the easiest to remove. However, conventional methods for removing
excess salts require washing by either centrifugation, filtration, or
dialysis. These processes commonly occur in the air with no provision

for an inert atmosphere.

Another poblem associated with reduced suspensions is that many
measurements require a dried sample as either a powder or an oriented
film, but the reduced state of the clay suspension changes readily upon
drying if oxygen is present, even if excess dithionite remains. Ori-
ented films prepared by drying from a suspension containing even modest
levels of solutes are often brittle, and the solutes coat the surfaces
rendering them unsatisfactory for most purposes.

Another area of concern has been the possible irreversible alter-
ation of the mineral during reduction due to the dissolution of metals
from the clay crystal structure. Russell et al. (1979) and Rozenson
and Heller-Kallai (1976) observed that the Mossbauer spectrum of
reduced-reoxidized nontronite has a much larger quadrupole splitting
than does the spectrum of the unaltered material. Obviously, a drastic
alteration occurred in the electronic environment of the iron. The
effect of dithionite may, however, depend on other properties of the
system such as the pH, the amount of tetrahedral iron present in the
clay, and the presence of chelating agents. In the two studies men-
tioned above, the pH of the system was unbuffered and probably deviated
markedly from neutral since Na2 S204 in H20 forms an acid solution. The
clay studied by Russell et al. (1979) contained a considerable amount
of tetrahedral iron. Rozenson and Heller-Kallai (1976) studied the
SWa-l ferruginous smectite and reported that the originally yellow clay
(oxidized) turned black upon reduction, then reoxidized to a rust
color. They attribute this change to the release of up to 20% of the
structural iron. Stucki and Roth (1977), on the other hand, observed a
blue-green color for Garfield nontronite when reduced with dithionite
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in a near-neutral, citrate-bicarbonate medium. Upon reoxidation with
either oxygen gas or H202, the color returned to yellow. Other mea-
surements also suggested that the process was largely reversible. None
of these studies, however, included direct measurements of the amount
of iron, aluminum and silicon released to the external solution during
reduction. Techniques for handling reduced systems were too poorly
developed to allow the quantitative analysis of the external solution.

Studies in our laboratories have focused on characterizing smec-
tites in various states of oxidation, and have required measurements of
swelling pressure; water content; surface charge; ferrous and ferric
iron composition; magnetic susceptibility; and the x-ray diffraction,
infrared, uv-v.sible, and Mossbauer spectra. An early realizatio, was
that conventional methods of sample preparation for these analysc Ire
inadequate in preserving the reduced state, so special methods at
apparatus were developed. Following is a description of these me
and apparatus, and illustrations of their use in addressing the p
lems outlined above.

1.2. Materials

The clays selected for this study, their unit-cell formulae, and their
compositions with respect to silicon, aluminum, and ferrout and total
iron are listed in Table 1.1. Each clay was Na+-saturated using a 1 N
solution of NaCl, fractionated to <2 jim, dialyzed and freeze-dried.

The unit-cell formulae reported in Table 1.1 were calculated using
the same weight percent values for Si, Al and Mg that were obtained in
earlier studies (Low, 1980; Stucki et al., 1976); but the values for
exchangeable Na+ and ferrous and total iron were revised according to
the results obtained from improved methods for ferrous and total iron
analysis (Stucki and Anderson, 1981; Stucki, 1981).

1.3. Methods

Reduction of Clay Suspensions. A special reaction vessel wasdesigned and constructed for the preparation of reduced suspensions.

This vessel (Fig. 1.1) consisted of a 50 ml, round-bottom, polycarbon-
ate centrifuge tube for which a special screw cap containing an imbed-
ded septum was manufactured. The cap itself was made of aluminum with
a 0.3 inch diameter hole drilled through the top. The resealable
septum placed inside the cap consisted of two wafers 25 mm in diameter
cut from a sheet stock (from LC Company) of silicone rubber bonded to
teflon on one side with polyimide. The septum was supported by a PVC
washer. A rubber gasket was placed between the washer and the rim of
the tube to form an air-tight seal.

Using this reaction vessel, reduced clays were prepared by sus-
pending 100-200 mg of freeze-dried clay in 10 ml of citrate-bicarbonate
buffer solution, then diluting to 40 ml with purified water having a

resistivity of 18 megohm/cm. The buffer solution was prepared by conr-
bining 8 parts of I N sodium bicarbonate (NaNCO3 ) with I part of 0.3 M
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EXPLODED VIEW OF THE REACTION VESSEL

L

W ] 4- Screw cap

E Resealable, silicone rubber septa

(teflon faced)
Rubber gasket -C=

PVC Washer

- Polycarbonate

Centrifuge tube

Figure 1.1 Schematic illustration of the reaction vessel used

to prepare reduced smectite suspensions.
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sodium citrate (Na3C 6H5072H2 0). To the resulting suspension was added

a portion of sodium dithionite (Na2 S204 ) salt ranging from 0 to 600 mg.

Then the vessel was sealed and placed in a constant-temperature bath at

either room temperature or 70°C for a specified length of time ranging
from 5 minutes to 168 hours. The state of oxidation was determined

using the method described by Stucki (1981) after removing the excess

solutes from the sample.

Removal of Undesired Solutes. Undesired solutes were removed from

the reduced supensions by washing four times with a deoxygenated solu-
tion of 5 x 10- 3 N NaCI, followed by one wash with deoxygenated water

(18 megohm/cm res-istivity). Solutions were deoxygenated according to
the following procedure, using the apparatus illustrated in Fig. 1.2.

The solution to be deoxygenated was siphoned into the flask through the
condensor by applying vacuum to the suction port; or, alternatively, it
was added through the neck of the flask with the condensor removed.

Oxygen-free nitrogen gas was then passed through the solution via a gas
dispersion tube and the solution was boiled vigorously with stirring

for about one hour. To prevent pressure build-up in the flask, the

stopcock was opened and a steady flow of nitrogen was maintained across

the top of the condensor column. After the solution had cooled, the

stopcock was closed and the flow of nitrogen removed. Portions of the
solution were then removed as needed through the solution outlet port.
Safety shields were placed around the deoxgenating units in case of

accidental excess pressurization of the system.

Clay suspensions were washed by centrifuging (IEC Model B-20A

centrifuge, slant head no. 870) with a force of about 35,000 x g, and

exchanging the supernatant with the desired wash solution using the

apparatus illustrated in Fig. 1.3. Access to the tube contents without

opening the reaction vessel was achieved using 6-inch, 22 gauge, septum

penetration needles made on special order by Popper & Sons. The tip of
these needles was designed with the orifice in the side wall rather

than in the bevelled end of the needle, thus allowing the needle to

penetrate the septum without coring a hole. Two needles were inserted
into the reaction vessel, and two into the collection flask. By proper
positioning of valves 1, 2, and 3 the collection flask was evacuated

and the reaction vessel was pressurized with oxygen-free nitrogen gas.
The decanting needle, connected to the flexible tubing leading to the

collection flask, was lowered into the clear supernatant solution of

the sample to a point just above the sediment in the bottom, and the
supernatant was decanted in response to the pressure gradient. The

liquid volume in the reaction vessel was replaced with nitrogen gas.

When the supernatant transfer was completed, the decanting needle was
raised, and valve 2 was adjusted to connect the sample to the desired

4 deoxygenated solution, i.e., either H2 0 or 5 x 10
- 3 N NaCl. Valve 2

was positioned so that the atmosphere above the solution selected by
valve I was pressurized (-35 psig) with nitrogen. This facilitated the

transfer of fresh solution to the sample and helped maintain the integ-

rity of the deoxygenated liquid.

4



DEOXYGENATING UNIT

Nitrogen ---

Stopcock

-lWater

Water
Suction

SouinO~ute 1 *-Nitrogen inlet". Solution Outlet'

Gas Dispersion Tube

Stirrer magnet

I t
Heat

Figure 1.2 Schematic drawing of the glass apparatus for
deoxygenating solutions.
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When the reaction vessel was filled with about 40 ml of fresh wash
solution, it was removed from the apparatus and the clay sediment was
resuspended using a vortex mixer. The more stubborn sediments (as a
result of longer centrifugation times) were resuspended by placing the
vessel directly on the vortex mixer immediately as fresh solution began
to enter. Sediments from the highest centrifugation times (ca. 30-60
minutes) required, in addition, a short (30-60 second) sonic treatment
with a 3-inch cup horn (Branson Model 314-012-020) filled with water.
Using 5 x 10-3 N NaCl as the wash solution, four washing cycles were
sufficient to reduce the sodium concentration in the clay to that of
the wash solution. Further dilution was achieved, when desired, by
resuspending the clay in deoxygenated water after the final wash.
Typically, this dilution was by a factor of 1:10.

The principal limitations of this method of dialysis are: 1) a
maximum of about 500 mg of clay can be treated in a single reaction
vessel due to the volume capacity of the vessel and to the possibility
of gel formation when the mass ratio of clay to water exceeds 10 mg/g;
2) the reaction vessel must be made of clear material to allow the
operator to visually follow the insertion of the decanting needle into
the supernatant solution so as much solution as possible can be decant-
ed without disturbing the sediment in the bottom of the vessel; and 3)
the reaction vessel is designed to withstand a maximum force of 40,000
x g, which is insufficient to produce a clear supernatant upon centri-
fugation when clay-size particles less than 0.02 Um (e.s.d.) are pres-
ent. Since none of the supernatants of the clays used in these experi-
ments were clear aLer centrifuging for 60 minutes at 35,000 x g, it
was necessary to add a minimum amount of NaCl (5 x 10- 3 N) to the wash

solution.

Valves 1, 2, and 3 of the apparatus in Fig. 1.3 were brass,
multi-port ball valves manufactured by the Whitey Co., Highland
Heights, OH. The various components of the apparatus were connected
with 1/8 inch (od) polyethylene tubing, except the needles which were
connected by leur-lock fittings.

Assay of Solutions for Fe, Al, Si, and Na. Using the decanting
apparatus (Fig. 1.3), the supernatant solution from each washing was
collected into a separate 50 ml PMP erlenmeyer flask with a threaded
top. The contents of each flask were subsequently analyzed for Si

4 using the vanado-molybdate method described by Weaver et al. (1968),
and for Al and Fe by atomic absorption spectrometry. Al was determined
in a nitrous oxide-acetylene flame at 309.3 nm, and Fe in air-acetylene
at 248.3 nm using a Perkin-Elmer Model 5000 spectrometer. Total Fe was
also determined colorimetrically using the method of Stucki (1981)
after oxidizing the dithionite with air. The extent of dissolution of

4 these elements from the clay was evaluated by summing the amounts de-
tected in all solutions collected from each sample. The concentrations
of Na in the final supernatant solution were determined for selected
samples by atomic emission spectrometry at 589 nm.

4
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Reoxidation. Following the third wash with 5 x 10- 3 N NaCl, sam-
ples to be reoxidized were uncapped and 02 gas was passed through the
clay suspension using a 6-inch needle. The oxygen flow rate was ad-
justed to prevent sample loss, and evaporation of the suspension was
minimized by first passing the gas through a water bath using a side-
arm flask and gas dispersion tube. Thirty minutes of reoxidation in
this manner was sufficient to produce extensive, although incomplete,
reoxidation. Some clays were reoxidized for as long as 24 hours to

increase reoxidation.

Preparation of Dry Films. Clay suspensions were dried in the
apparatus illustrated in Fig. 1.4. It consists of a lx2xl/4 inch

-. ceramic plate (15 bar) imbedded in a depression of slightly larger size
. in the top of a no. 13 rubber stopper housed inside a cylindrical

plexiglas chamber. An aluminum bracket with an underlying rubber gas-
ket was clamped onto the top of the ceramic plate with two bolts that
penetrated the rubber stopper and the bottom bulkhead of the chamber.
When tightly clamped, this bracket formed an air-tight seal around the
top edges of the ceramic plate, and the compression on the rubber stop-
per sealed the bottom of the chamber. A drain to the underside of the
ceramic plate was formed by drilling a hole vertically through the
center of the stopper and the bottom of the chamber, then a glass tube
was inserted into the stopper from the bottom and a short extension of
tygon tubing was added to the free end of the glass tube. The top of
the chamber was threaded onto a brass adaptor block connected to a ball
valve on the top and a source of inert gas on one side pressurized to
about 0.35 MPa.

Oriented films for x-ray diffraction were prepared from washed
suspensions by first purging the cell for two minutes with oxygen-free
nitrogen gas, then about 3 ml of clay suspension was delivered through
the open ball valve onto the ceramic filter using an air-tight syringe
with a 6-inch long needle. The wall of the aluminum bracket is 0.125
inches thick, rising vertically from the top of the ceramic plate, and
thus forms the walls of a small reservoir to hold the clay suspension
during filtration. The ball valve was then closed and the system be-
came immediately pressurized. Once the excess water had drained from
the clay, the supply pressure was reduced and, since the side walls of
the ceramic plate were not sealed, the nitrogen was able to continue
flowing in a very slow stream to complete the drying of the sample by
evaporation. Once completely dry, the ceramic plate with sample intact
was transferred directly to the x-ray diffractometer.

Self-supporting films were prepared in a similar manner except a
membrane filter (0.025 Pm pore size) was placed between the clay sus-
pension and the surface of the ceramic plate. Due to the very small
pore size of the membrane filter, most clays will not penetrate it and
thus can be removed easily as a self-supporting film. In cases where
the clays did adhere to the membrane filter, a mylar sheet was substi-
tuted by stretching it across the ceramic plate and drying the sample
by evaporation into the slow stream of nitrogen flowing through the
system.

0
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PRESSURE CELL FOR PREPARATION OF XRD-SLIDES

AND SELF SUPPORTING CLAY FILMS, UNDER OXYGEN FREE CONDITIONS

Needle valve
Ball valve H1J

.4 - Pressurized Nitrogen

FMT

O 0*-- O-ring

Plexiglas cell

Rubber gaskets

Aluminum Bracket

'Ceramic block (porous)
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+- Drain tube

Figure 1.4 Schematic drawing of the chamber used to prepare

oriented films of reduced smectites.
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F, Dry, powdered samples were prepared by freeze-drying in a nitrogen
:':: atmosphere.

1.4. Results

The procedures and apparatus described above were very effective
in decreasing the solute concentration'in the clay suspension while
maintainini a high level of reduction. This is illustrated by compar-
ing the Fe +/total Fe ratios of three identical samples of Garfield
nontronite reduced for 15 minutes at 70°C using 200 mg cf dithionite to
100 mg of clay in a CB buffered medium: one sample was washed four
times with the deoxygenated, 5 x 10- 3 N NaCl solution as described in
the procedure; the second was washed similarly except at one point in
the procedure the cap was removed from the reaction vessel momentarily
to expose the contents to atmospheric oxygen; and the third was washed
four times with the same NaCI solution but prior to its deoxygenation,
and the cap was removed each time to exchange solutions. The respec-
tive ratios of Fe2 +/total Fe, were 0.343, 0.324, and 0.026. During one
trial, the sample washed with non-deoxygenated solutions was otherwise
kept under an inert atmosphere by using the decanting apparatus to
exchange supernatant solutions rather than removing the cap from the
reaction vessel. The extent of reoxidation was significantly less than
when the cap was removed. Clearly, the method and apparatus described
above yield a much more reduced product than conventional techniques,
and are superior to those used by Stucki and Roth (1977) who reported
much greater reoxidation after one brief exposure to the atmosphere.
Oxygen in the air space above the reduced suspension appears to have a
greater influence on reoxidation than does the oxygen dissolved in the
wash solution. Obviously this is the result of the relative amounts of

02 in these respective phases and depends on the volume of the air
space. One cannot conclude with certainty, however, that these tech-
niques prevent reoxidation completely. This would require the quanti-
tative measure of Fe2+ and total Fe directly in the reduced, unwashed
suspension. The only method we are aware of that potentially could do
this is Mossbauer spectroscopy, and we have thus far been unable to
perform the necessary analyses by that technique.

The concentration of Na+ in the supernatants from the four washings
of these samples was determined by atomic emission to be 5.02 x 10

- 3

mol/L. This corresponds to the initial. concentration of the wash solu-
tion and indicates that the washing is complete after four cycles.

The level of reduction that can be achieved in any given sample
depends on a number of factor3. including: the concentration of dithio-
nite in the suspension, the mass ratio of dithionite to clay (Dc),
the reaction time, and the temperature. In Table 1.2 are summarized
the Fe2 +/total Fe ratios measured in Garfield nontronite following
treatments in which all of these factors were varied systematically.
The values for Fe2+ and total Fe were determined on the wet gel remain-
ing after the fourth washing cycle. At room temperature the rate of

reduction is relatively slow, and the reduction ratio exceeded 0.5 only
after about 168 hours of reaction time. A six-fold increase in 1).

V"
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increased the initial rate of the reaction almost nine-fold, but pro-
duced only about a 20% increase in the overall reduction ratio af-:er
168 hours.

Table 1.2. The effects of time, temperature and dithionite on the
ratio of Fe2+/total Fe in CB buffered Garfield nontronite
suspensions.

Sample mg Dithionite
No. mg Clay Added time, hr. Fe2+/Total FE

-------------------------------------- 250C ------------ -----------------

1 100 200 0.25 .008
2 100 200 168.0 .514
3 200 200 0.083 .008
4 100 600 0.25 .073
5 100 600 168.0 .611

--- ------------------------------------- 70 0 C------------------------------

6 100 200 0.25 .326
7 100 200 168.0 .702
8 200 200 0.50 .472
9 200 200 0.083 .038
10 200 200 0.50 .306
11 200 200 1.00 .360
12 200 200 3.00 .477
13 100 600 0.25 .554
14 100 600 168.0 .779

The rate of reduction increased markedly by raising the tempera-
ture to 70°C, but apparently had only a modest effect on the ultimate,
attainable ferrous iron composition of the clay. Even with the in-
creased initial rate, reaction times of several hours were still re-
quired for the reduction ratio to exceed 0.5, and the maximum ratio
observed in Garfield nontronite is on the order of 0.80. This does not
necessarily infer, however, that greater reduction is impossible or did
not occur in the unwashed suspensions at either temperature.

The ferrous iron composition was varied from one sample to another
either by adjusting the amount of dithionite added to the suspension,
and thus altering the initial level of reduction; or, by reducing all
samples under identical conditions, then reoxidizing to different
points by passing H20-saturated oxygen gas through the reduced



7F -,77- 777777

p ,

-14-)

0 C

0

4-

0

~-0

z

0

o 4-1

4-4

o 0

)O

0 -- I

0 a
0)-

-) a)
-,4 .0

00
C40C0 -,0

dC



-15-

suspensions for different lengths of time. The effect of varying the
amount of dithionite is illustrated in Fig. 1.5, and shows a general
trend toward increased ferrous iron content. These relationships
should be regarded as qualitative rather than as quantitative because
the curves could shift depending on possible variations in the air
volume above the suspension, the efficiency of the oxygen traps, the

purity of the nitrogen gas, or the seal of the reaction vessel cap.

Treatment of the clay with dithionite in 0.25 N CB buffer caused
iron, silicon, and aluminum to appear in the solution external to the
clay crystals (Table 1.3). The amount of element released depended on
the time of exposure to the CBD medium, the temperature, and the amount
of dithionite added relative to the amount of clay. The total amount
of iron and silicon released was very small, though it did increase
gradually as the condition variables increased. But even after the

more severe treatments with dithionite, only 2-3% of the total iron was
dissolved. This is much below the value of 20% reported by Rozenson

and Heller-Kallai (1976), and indicates that the reducing conditions
greatly affect the extent of dissolution of iron. Further, the Fe/Si
ratios in solution indicate a slight tendency for the dissolution to
become more selective for iron as the amount of dithionite increases,
but the range varies from less than half to about twice the elemental

mass ratio derived from the structural formula.

Table 1.3. The release of Fe, Si, and Al from 100 mg of Garfield
nontronite in 40 ml of 0.25 N CB buffer as affected by

time, temperature, and Na2 S20,

Treatment Amount of Element Released

As Mass Ratio*
Time Temp Na2S204 As % of Total Element to Si Released

Fe2+

hr °C mg Total Fe Fe Si Al Fe Al

0.25 25 0 0.003 0.15 0.42 8.38 0.38 2.87
0.25 25 200 0.008 0.63 0.63 8.28 1.07 1.91
0.25 25 600 0.073 1.69 0.81 10.15 2.23 1.82
0.25 70 200 0.326 1.84 1.39 4.81 1.41 0.50
0.25 70 600 0.554 2.08 0.80 4.55 2.80 0.83

168 25 0 0.004 0.14 0.50 7.77 0.28 2.10
168 25 200 0.514 2.42 1.80 4.49 1.44 0.36
168 25 600 0.611 3.89 3.17 6.04 1.31 0.28
168 70 20 0.702 1.69 3.34 2.99 0.54 0.13

4 168 70 600 0.779 2.72 7.80 5.39 0.37 0.10

*Based on the unit-cell formula of Garfield nontronite (Stucki eL_aL,

1976), the mass ratios in the structure are: Fe/Si = 1.068; Al/Si

0.145.

4,



-16-

The dissolution of aluminum was much more extensive than Fe or Si,
and the highest level was observed in the treatment that had citrate
and bicarbonate but no dithionite. The loss of Al is thus the result
of reaction with citrate-bicarbonate rather than with dithionite or as
the result of iron reduction. Comparing Fe/Si and Al/Si ratios, one
finds that the Fe/Si ratios in solution roughly follow the structural
ratio, whereas AI/Si ratios are an order of magnitude greater than the
ratio in the mineral. One must, therefore, conclude that Al is selec-
tively dissolved from the mineral. About 4% of the clay mass is alumi-
num, which occupies about 9% of all the cationic sites in the crystal

structure. By losing 8% of the Al, only 0.32% of the total mass and a
maximum of 0.72% of all the occupied cationic sites have been affected
by this dissolution. The effects of CB and CBD treatments on the dis-
solution of clays will be discussed at greater length in section 2.

1.5. Conclusions

Studies designed to characterize and use clays in their reduced

state require methods that guard against air oxidation. The methods
and apparatus described in this report were effective in removing ex-
cess undesired solutes from reduced smectite suspensions while main-
taining a high level of ferrous iron composition. They also enabled
the preparation of dried, reduced films preferentially oriented with
respect to the crystallographic c-axis for analysis by x-ray diffrac-
tion and infrared spectroscopy. Supernatant solutions were collected
and analyzed for iron, aluminum, and silicon, from which the extent of
dissolution of the clay as a result of CBD treatment was assessed.
Results indicated that very little iron and silicon were dissolved, but
as much as about 8% of the total aluminum was removed by the citrate-
bicarbonate buffer solution.

4,

I
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2. The Effect of CBD Treatment and of Reoxidation on Surface Charge
and Dissolution.

2.1. Introduction

When ferric iron in the octahedral sheet of a clay mineral is
reduced to ferrous, the negative surface charge of the clay should
increase linearly with respect to the concentration of Fe2 + in the

structure. This predicted relationship has important consequences
relevant to the macroscopic properties of the mineral. According to
DLVO theory, the swelling of clay in water is largely osmotic and
should increase with surface charge density (Verwey and Overbeek,
1948). Low and co-workers (Odom and Low, 1978; Low and Margheim, 1979;
Low, 1980, 1981), on the other hand, have demonstrated that swelling of
smectites is largely independent of surface charge, asserting that
surface area is the determining factor. A knowledge of the precise
effects of iron oxidation state on surface charge would be very useful
in evaluating these apparently conflicting theories of clay swelling.
Also, increasing the layer charge of a smectite mineral may cause its
layers to collapse like a vermiculite or glauconite, and thus dramati-
cally alter the surface area and other mineral properties. These al-
terations could have important practical applications and could provide
more complete information about the mechanisms for mineral weathering
and the oxidation and reduction of iron in clay minerals.

Experimental verification of the effect of iron oxidation state on
surface charge is difficult because conventional methods for determin-
ing cation exchange capacity (CEC) require numerous washings that can

cause reoxidation. For example, Roth et al. (1968) reported that the
CEC of Garfield nontronite remained constant with the reduction of
structural iron. But after careful examination of their procedure, it
is evident that no precautions were taken to prevent reoxidation. When
reduced suspensions of the same clay were washed with degassed solu-
tion, using serum stoppers to isolate the samples from the atmosphere,
Stucki and Roth (1977) observed a reversible increase in CEC.

Another difficulty is the possible readsorption of iron, silicon,
or aluminum dissolved from the mineral structure during chemical reduc-
tion. These ions could block some cation exchange sites and render the
CEC an inaccurate measure of the layer charge. Clays containing tetra-

S hedral iron are particularly susceptible to irreversible alteration
when reduced wth dithionite (Russell et al., 1979), but even clays with
very little tetrahederal iron, such as Garfield nontronite, can suffer

some dissolution (See Section I above). It appears, however, that
dissolution of clays containing little or no tetrahedral iron is mini-
mized when the pH is maintained near neutral, as evidenced by the re-
versibility of the CEC in Garfield nontronite.

Stucki and Roth (1977) reported only three reduction ratios for a
single clay, Garfield nontronite, which was sufficient to illustrate an
increased CEC upon iron reduction, but does not address the question of
whether this phenomenon occurs generally in other smectites. The

a
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purpose of this study was to establish a more complete understanding of
the relationship between iron oxidation state and surface charge by
studying several different clays over a wide range of Fe2 +/total Fe
ratios, and to evaluate the possible effects of clay dissolution on
surface charge determinations.

2.2. Methods and Materials

Using the methods and apparatus described in Section 1, 200 mg of
clay was added to a preweighed reaction vessel (Fig. 1.1), suspended
in 40 ml of 0.25 N citrate-bicarbonate (CB) buffer, and reduced with
200 mg of Na 2S 204 at 70 C for 30 minutes. The sample was washed four
times with a deoxygenated solution of 5 x 10- 3 N NaCI. Supernatants
were saved in 50 ml PMP erlenmeyer flasks, then analyzed for Fe, Si,
and Al. The supernatant from the fourth wash was also assayed for Na.

U After decanting the final supernatant, the vessel was weighed
again to determine the weight of the entrained solution, then the clay
was redispersed in 10 ml of deoxygenated H20 (18 megohm/cm resistiv-
ity). One 2 ml portion of the suspension was transferred to a pressure
cell under an inert atmosphere using an air-tight syringe, and most of
the water was extruded from the clay through a porous, membrane filter
at the base of the cell. The resulting gel was transferred to a 100 ml
polypropylene centrifuge tube and analyzed immediately for Fe2+ and
total Fe using the method described by Stucki (1981). The remainder of
the suspension was frozen with liquid nitrogen and lyophilized. Then
an accurately weighed portion (-10 mg) of the resulting freeze-dried
material was digested in a 100 ml polypropylene centrifuge tube
(Stucki, 1981). An aliquot from the diluted digestate was transferred

from the digestion tube to a 50 ml PMP erlenmeyer flask and diluted
1:10 with H 20 using an automatic dilutor, and the concentration of Na

+

in this solution was determined by flame emission on a Perkin-Elmer
Model 5000 spectrophotometer at 589 nm in an air-acetylene flame. A

set of sodium standards ranging from 0-0.174 mmol/L were prepared by
taking selected aliquots of a standard NaCI solution through the iden-
tical procedure. The standard curve was linear up to 0.087 mmol/L, and

with the dilution ratios used all samples analyzed were well within the
linear range. The supernatant solution saved from the fourth washing
was analyzed for Na+ in like manner after diluting 1:100 into a 50 ml
PMP erlenmeyer flask. A separate set of standard solutions was prepar-
ed to simulate the matrix solution of the supernatant.

The method for calculating surface charge from these measurements
was based on the total Na+ in the digested sample, and corrected for
the portion attributable to Na+ in the external solution. This re-
quired correction terms in the mass of the freeze-dried gel, and in the
amount of total Na+ observed in the digested portion of the sample.
The total mnles of Na+, Ns, in the entrained solution of the gel is
given by

Ns CsfsVes [2.11
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where

c= concentration of Na+ in the diluted supernatant
solution, mmol/L.

fs = dilution factor for the supernatant solution, w10

Ves = volume of supernatant entrained in the clay
gel prior to freeze-drying, L.

If cs is non-zero, then the total mass of the freeze-dried gel, wt,
will consist of two parts: the Na+-saturated clay, and the NaCl from
the external solution. The portion of wt attributable to the clay is
then given by

wc = w t - 0.0584 CsfsVes [2.2]

where the numerical coefficient converts the units of the second term
on the right from mmole to g. The clay fraction of the dried gel,
then, is

xc = wt- 0.058 4 cs fsVes w.31

wt - -t

The NaCl fraction is

0.05 84 csfsVes w t - wc
xn = wt wt [2.41

The mass of clay digested, mc, and the amount of excess NaCl in
the digestate, mn, are then obtained from the relations

mc =mtxc [2.5]

and

m n = mtxn [2.61

where mt is the mass of dried gel transferred to the digestion tube.
The expression for calculating the surface charge, w, is

W Vtdfd - 17.11 mn 2.71

mc

whe re

4 Vt = volume of the diluted digestate, -0.080 L.

cd = concentration of Na+ in the final dilution of the

digestate solution, mmol/L.

fd= dilution factor for the final ditition of the
digestate solution, - 10
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The numerical coefficient simply converts units from g back to mmole.
After substituting for mn and mc, equation [2.7] can also be ex-

pressed in terms of the measured variables, viz.

wtV tCdfd - csfsVesmt
.) mt(wt- 0.054 csfsVes) [2.81

This method assumes that the layer charge is neutralized completely and

solely b, Na + .

Variations in the reduction ratios were achieved either by reoxi-
dizing a reduced sample, or by varying the amount of Na 2 S2 04 added (See

Section 1 for details). The layer charge of the original clay was de-

termined by submitting the sample to the same treatment as the reduced

samples, except the dithionite was omitted.

2.3. Results and Discussion

Results showing the effect of iron oxidation state on the surface

charge of UPM, CZM, NZM, and GAN are presented in Fig. 2.1. The plot-
ted values were obtained from clays in CB buffer (pH=8) that were unre-
duced, reduced to variouE reduction ratios, or reduced ticn reoxidized.
For each of the four clays studied, the reduction of Fe 3 + to Fe2+ in

the octahedral sheet increased the surface charge of the clay. In the
range of 0 to - 0.3 mmol Fe 2 +/g clay, the surface charge increased

according to linear relationships obtained from charge deficit calcula-
tions (Gast, 1977), assuming only that the relative proportions of Fe

3 +

aad Fe2+ in the octahedral sheet were altered but the total composition

was otherwise constant. Above this range, deviations from the pre-
dicted lines were observed for all four clays and an apparent maximum
value was observed for each clay. In the case of GAN, where the

attainable level of reduction is not as limited, the surface charge
actually decreased after reaching a maximum.

To determine the reversibility of the response of surface charge

to iron reduction treatments, the history of a reoxidized sample was
traced by preparing a set of two samples reduced under identical condi-
tions. One sample was reoxidized by passing H2 0-saturated oxygen gas

through the partially washed suspension, then the surface charge and
reduction ratio were determined in each sample. This was repeated for

* two sets of samples in both the GAN and UPM clays. These values were

then superimposed on the plots (Fig. 2.1) of surface charge versus

ferrous iron composition of other samples of the same clays where the

different reduction levels were achieved by varying the amount of
reducing agent. The sets of reduced and reoxidized pairs are identi-

tied in Fig. 2.1 by the arrows labelled with the letters A and B. The
points for the reoxidized samples fall very close to the lines connect-
ing the points obtained by reduction, regardless of the level of reduc-
tion to which the sample was first taken. Thus, at one point in time

the characteristics of the reoxidized sample were identical to the
characteristics of its more reduced companion. Following oxidation

with oxygen, these characteristics were alte-rd to closely resemble

a'
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Figure 2.1 The observed and predicted effects of ferrous iron
composition on the surface charge, (,, of UPN, CZM, NZM,
and GAN smectites. Pairs labelled either A or B represet.
separate sets of samples where the more oxidized member wats
initially reduced to the level of its more reduced companion
with the same letter.
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those of samples that had reached that state of oxidation by the alter-
nate path of reduction without reoxidation. In other words, the process
is reversible within a few mmol Na+/g clay.

Since the observed charge deviates from the predicted values,
other changes in the mineral composition are required. The net effect
of any such change must be to balance the increased negative charge due
to Fe reduction. Stucki and Roth (1977) proposed that structural
hydroxyls are lost during reduction, and a modified version of their
proposed mechanism is

mFe3+ + e- = mFe2 +  [2.9]

2n(OH*)x = nO-+nHo [2.10]

n02  + nH = nOH [2.11]x x

where m and n are stoichiometry coefficients, * indicates the proton
initially present as part of the structural hydroxyl ion, and x denotes
the species in the clay structure. Other alterations in mineral compo-
sition are discussed below, and could offer alternative explanations
for the observed deviations in surface charge. But the mechanism of
Stucki and Roth (1977) at this point seems quite reasonable.

Measurable quantities of Fe, Si, and Al were released from the
clay into the supernatant solution during CBD treatment and subsequent
NaCI washings. The CB buffer without dithionite also invoked some
dissolution. Most of the dissolved Fe and Si was recovered in the
initial extract (Table 2.1), diminishing sharply in subsequent wash-
ings. The total quantities recovered were greater from the CBD than
from the CB solutions, but amounted to only a small fraction (0.4-4

- • percent) of the total iron and silicon initially present in the mineral
(Table 2.2). This translates into the loss of only a fraction of a
percent of the clay mass, except for the CZM clay where the amount of
iron and silicon recovered in solution summed to about two percent of
the original clay weight. The higher mole ratios of Fe/Si in solution,
as compared to the unit-cell mole ratios (Table 2.2), indicate that
dissolution is moderately selective for Fe relative to Si. The selec-
tivity for Fe was stronger in CZM than in the other clays.

0 The increased dissolution of iron and silicon following treatment
with the reducing agent most likely is the result of Fe2 + formation in
the clay structure rather than acid dissolution since the pH stays near
or above neutral. The replacement of Fe3 + with Fe2+ could create local
instabilities in the crystal field energies of the iron sites and thus

* provide the basis for structural rearrangements that include the dis-
solution of iron and silicon. These results clearly show that disso-
lution of iron from the clay as a result of chemical reduction in CB
buffer is very small, and far below the 20 percent value suggested by
Rozenson and Heller-Kallai (1976) in unbuffered solutions.
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Table 2.1. The dissolution of Fe, Si, and Al during treatment with
citrate-bicarbonate buffer (CB) and citrate-bicarbonate-
dithionite (CBD).

---------------- umol/g clay
Super- UPM CZM NZM GAN
natant
Solution CB CBD CB CBD CB CBD CB CBD

-Fe

Extract 3.16 13.35 -- 153.07 0.62 38.33 2.72 75.02
1 0.30 1.95 -- 45.73 4.80 5.10 1.19 3.27
2 0.29 0.00 -- 48.17 2.11 14.68 1.27 1.35
3 0.00 0.00 -- 39.63 1.05 10.74 0.82 1.34
4 2.01 0.00 -- 20.84 1.50 8.01 0.82 1.29

Total 5.76 15.30 -- 307.74 10.08 76.86 6.82 82.27

Extract 30.42 40.57 -- 87.76 30.47 41.16 18.95 61.36
1 11.62 9.82 -- 9.02 8.84 0.00 6.62 9.91
2 3.04 3.44 -- 9.04 0.88 10.91 3.86 9.19
3 3.33 2.25 -- 3.92 6.96 3.38 3.40 26.76
4 3.27 2.49 3.75 2.48 2.49 2.47 8.79

Total 51.68 58.59 113.49 49.63 57.94 35.30 116.01

------------------ Al

Extract 24.15 14.77 -- 25.14 18.81 22.98 13.12 13.20
1 299.51 243.18 -- 21.43 474.94 66.59 35.13 11.26
2 187.29 188.67 -- 266.16 303.71 516.69 34.11 10.84
3 210.62 161.32 -- 271.10 88.52 168.57 16.40 17.96
4 189.68 155.37 -- 111.52 99.44 165.11 6.97 7.37

Total 911.25 763.31 -- 695.35 985.42 939.94 105.73 60.63

*Not Determined.

The dissolution data for aluminum (Tables 2.1 and 2.2) present
quite a different picture than the data for iron and silicon. Disso-
lution was much more extensive, with as much as 26 percent of the alu-
minum being dissolved; the effects of CB and CBD were reversed; and the
concentration in the initial extract was much lower than in the NaCI
wash solutions. Even the supernatants from the fourth washings gener-
ally contained more aluminum than the extracts, raising the possibility

I
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that more aluminum would have been solubilized if more washing cycles
had been used. The very large mole ratios of Al/Si in solution, as

* compared to the unit-cell Al/Si ratios, indicate a strong selectivity
for Al dissolution in the citrate-bicarbonate medium. The addition of
dithionite decreases slightly the aluminum concentration in solution.
These observations contrast sharply with the dissolution of iron and
silicon, which was enhanced by the addition of dithionite.

These results seem to contradict the observed changes in surface
charge. Since the surface charge is expressed as an intensive property
of the system, it should be unaffected by homogeneous dissolution. But
heterogeneous dissolution, which creates defects in the mineral struc-
ture, should alter the surface charge. The data clearly indicate that
dissolution is heterogeneous, especially with respect to aluminum. If
the large amounts of aluminum recovered in solution from the CB treated
clays had been extracted from the clay structure as A13+, the surface
charge would have increased several fold. But the surface charge of
each unreduced clay in CB buffer agrees very well with previously pub-
lished values and with the unit-cell formulas, showing no significant
increase, and thus fails to support a heterogeneous dissolution model.

This apparent contradiction might be explained by proton adsorp-
tion. The charge deficit created by selective removal of A13+ from
structural sites may be balanced by the adsorption of three protons for
each A13+ dissolved, without changing the Na+ counter-ion content.
This would be undetected in this study because the method for surface
charge determination assumes Na+ is the only counter-ion. Initially
the amount of A13+ released in the buffer is rather low, but the pres-
ence of adsorbed protons could stimulate further dissolution of the
structural A13+ (Kamil and Shainberg, 1968; Shainberg, 1973). When the
clay is washed with dilute NaCI solution, the pH drops from -8 to -6.8,
thus further encouraging proton adsorption and continuation of the
cycle. This also would explain the continued release of A13+ through
all washing cycles. The reversibility of the surface charge upon reox-
idation is more difficult to rationalize, but would fit into this
scheme if the decreased negative charge due to the oxidation of Fe2 +

were balanced only by the desorption of Na+. Arguments against this
model are that the Na+ concentration in solution is -104 greater than
the H+ concentration, so by mass action Na+ would compete very strongly

.4 for "new" surface sites. To see no appreciable increase in exchanged
Na+ in unreduced, CB-treated samples would, therefore, appear to be
unusual. Further, this model requires proton adsorption to be limited
strictly to the neutralization of charge created by A13+ dissolution,
and Na+ adsorption/desorption to be restricted to balancing the charge
variations due to oxidation and reduction of iron. These requirements
are rigid and perhaps unrealistic, but could be accommodated if the
hydrogen ions replace the A13+ in the crystal lattice of the clay
(Paver and Marshall, 1934; Low, 1955; Shainberg et al., 1974). In any
case, the observed surface charge appears to be ti pendent of aluminum
dissolution, but responds reversibly to changes in the iron oxidation
state.



-26-

An alternative explanation might be that a separate aluminum phase
exists in these clays and i dissolved preferentially to structural
aluminum, thus accounting for the disproportionate amount of Al recov-
ered in solution. Perhaps Fe and Si also are present in separate
phases. However, acid dissolution studies using the method of Osthaus
(1956) failed to detect any heterogeneity in the dissolution rates of
either Al, Fe or Mg in the UPM sample so the possibility of a separate
phase seems quite remote.

Two other explanations were considered, but seem untenable. The
first was the readsorption of aluminum, iron or silicon. This is il-
logical since these ions are recovered in solution and cannot be in two
places at one time. The other was that a sufficient number of oxide
and/or hydroxide ions dissolve simultaneously with A13+ to balance the
charge deficit. If this had occurred, commensurate amounts of iron and
silicon would have been observed in the CB solutions due to the de-
struction of the crystal lattice. The concentration of aluminum in
the CB solutions was an order of magnitude greater than for the iron
and silicon. This explanation also fails to account for reversibility.

2.4. Summary

.4 The reduction of structural ferric iron in the octahedral sheet of
dioctahedral smectites produced a net increase in the negative surface
charge of the clay. The observed values deviated from the relation-
ships predicted by charge deficit calculations, and a finite maximum
charge was reached for each clay studied. This effect is reversible.
Small amounts of iron and silicon were dissolved during the reduction
treatment, but this affects less than one percent of the total clay
mass, except in the CZM clay where approximately two percent of the
clay was dissolved as iron and silicon. Dissolution with respect to
these ions appears to be sufficiently homogeneous to have little or no
effect on the net surface charge.

In contrast, extensive amounts (as much as 26 percent) of aluminum
were selectively dissolved in the citrate-bicarbonate solution. This
heterogeneous pattern, however, was completely undetected by the sur-
face charge measurements. The hypothesis accounting for this phenome-
non is that adsorbed hydrogen ions balance the charge deficit created
by aluminum dissolution, which in turn stimulates further aluminum

U release from the clay structure. Aluminum dissolution appears to be
largely independent of the redox reactions, and the effects of iron
oxidation state on the surface charge cannot be explained by it.
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3. The Effects of Iron Oxidation State on Clay Swelling

3.1. Introduction

Some evidence indicates that it might be possible to control clay
swelling by altering the oxidation state of the iron in the octahedral
sheet of the clay crystal. Foster (1953) repo~rted a direct, but quali-

* tative relationship between swelling and the oxidation state of octa-
hedral iron. Using freshly mined Wyoming bentonite (Belle Fourche),
she observed that the swelling volume of the blue-grey (reduced) frac-
tion, measured in a graduated cylinder, was about two-thirds that of
the olive-green (oxidized) fraction. Other, less-direct evidence is
found by comparing the works of Ravina and Low (1972, 1977) with the
work of Kohyama et al. (1973). The latter group reported a larger b-
dimension for the reduced form of saponite than for the oxidized form.
Ravina and Low observed an empirical, inverse relationship between b-
dimension and swelling. Putting these observations together, one would
conclude that iron reduction should decrease swelling. This conclusion
is consistent with Foster's observation.

Using the methods, apparatus and understanding achieved from the
results reported in sections 1 and 2 above, the effects of iron oxida-
tion state on swelling were demonstrated under carefully controlled
conditions. Following are the results of that study.

3.2. Methods

The clays were suspended in 0.25 N citrate-bicarbonate (CB) solu-
tion in a special reaction vessel (Fig. 1.1) having a septum cap, then
prepared in various states of oxidation using the methods and apparatus
described in section 1 above. The solute concentration in the final
suspension was -5 x 10-4 mol/L Na+. To measure the swelling pressure
of the clays, a swelling pressure manifold similar to the one described
by Low (1980) was used. Two modifications were made to his design,
however, and are illustrated in Fig. 3.1. The first modification was
in the swelling pressure cell itself. Since the time when Low obtained
plastic cells commercially, the quality control in their manufacture
was lost and it was no longer possible to obtain commercially manufac-
tured cells that would seal at the base. Hence, it was necessary to
manufacture new cells in a University of Illinois instrument shop,
based on a slightly different design but having essentially the same
volume and principle of operation. The cells where constructed of
stainless steel, and the inside surface of each barrel was coated with
teflon.

In order to inject air sensitive samples into the swelling pres-
sure cells with minimal exposure to atmospheric oxygen, a second modi-
fication was introduced. In the modified design (Fig. 3.1) a ball
valve and adapter block were placed between the pressure cell and the
needle valve, whereas in the original design (Low, 1980) the cell was
attachedI directly to the needle valve. The opening in the ball valve
and the overall length of the entire cell and valve assemblies were
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PRESSURE CELL FOR SWELLING PRESSURE DETERMINATIONS

1/4*NPT

Needle Valve

Ball Valve Pressurized Nitrogen

Adapter Block---_

Teflon Gasket

Stainless Steel Barrel
Teflon Coated Inside)

id-.362" od-.625

Thread 9/16-32
S_ _ Teflon Gasket

Millipore Filter

Porous Stainless Steel Filter

Luer Lock

Drain Tube

\

0
Figure 3.1 Schematic drawing of the swelling pressure cell and

adapter block, modified from the design used by Low

(1980).
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such that, when assembled, the inside base of the cell could be reached
from the top with a six-inch needle through the ball valve. The util-
ity of this design for injecting air-sensitive samples will become more
apparent in the procedure outlined below.

Prior to each swelling run, the cell base and barrel were disas-
sembled, washed in deionized water (18 megohm/cm resistivity) and al-
lowed to drain for several hours. Then the barrel was screwed onto the
adapter block after inserting a teflon gasket to ensure air-tightness.
A 13 -m millipore filter (0.025 U'm pore diameter) was placed on the
porous stainless steel filter, and the entire cell base was saturated
in its upright position by passing degassed water through the drain
tube with a syringe until the air was expelled and the filter was satu-
rated. The syringe was carefully removed while extruding water so no
air bubbles would form in the drain tube. After removing the syringe,
a teflon gasket was placed on top of the filter and the cell base was
screwed into the barrel. Care was taken to have the ball valve open
while the base was being attached to the barrel in order to maintain
atmospheric pressure above the water-saturated filter and base.

Once the manifold was pressurized to the desired pressure (i.e.,
* 0.101, 0.303, 0.505, or 0.707 MPa) and the cell was assembled and in

place, the cell was flushed with oxygen-free nitrogen gas from the
manifold by opening the needle valve. Since the ball valve was already
open, the pressure in the cell remained atmospheric and a constant flow
of nitrogen was established through the cell and out the ball valve.
With the apparatus in this configuration, a 2.5 ml aliquot of the sam-
ple suspension was tranferred from the reaction vessel to the pressure
cell using a gas-tight syringe and six-inch long needle. Immediately
following the transfer, the ball valve was closed and the cell thus
became pressurized with the pressure previously established in the
manifold.

Equilibrium was determined by monitoring the effluent flow rate
from the drain tube. This was facilitiated by a thin glass capillary
tube attached to the end of the drain tube. There was no definite
criterion to establish a sharp end point, but the first appearance of
the slower water movement was taken as a practical guide. At lower
pressures a stationary flow was the criterion, but at higher pressures
diffusion of nitrogen into the drain through the filter and clay cake
caused a continuous movement of the water column. Occasionally, tiny
air bubbles would appear in the drain tube as the system approached
equilibrium.

Three aliquots from each sample were transferred to separate ports
4 on the manifold, using the same procedure at each port, and a maximum

of three samples (nine ports) were used in each run. The limiting
factor was the number of ports (ten) on the manifold. After equilib-
rium was reached, the water contents of the gels from two of the three
ports used for each sample were determined as follows. The needle
valve was closed and the cell base removed, then the gel was quickly

4 transferred to a 75 mm x 15 mm weighing bottle, covered, weighed, oven-
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dried at 110 C and weighed again. From the gel weight before (m.)
;. and after (md) oven drying, the water content (mw/mc) was calculated

using the equation

= .- 1 [3.11
mc m d

The dried gels were then digested and analyzed for total iron using the
method described by Stucki (1981). The gel from the third cell was
removed in like manner but transferred to a previously prepared digest
solution in a 100 ml polypropylene centrifuge tube for the determina-
tion of the ferrous to total iron ratio (Stucki, 1981). Relative val-
ues for Fe2+ and total Fe were converted to a clay-weight basis by
multiplying by the total iron content of the dried gels.

3.3. Results and Discussion

The water content of the clays UPM, CZM, NZM, and GAN was deter-
mined at four different applied swelling pressures, H, with the clays
in various states of oxidation. The results reported in Table 3.1 and
Fig. 3.2 reveal a marked decrease in the equilibrium water content as
the ferrous iron composition increases. The mathematical form of this
effect is clearly linear in the UPM and CZM clays, but appears somewhat
more complicated in the NZM and GAN samples. In these last two the
water content decreases rapidly during the initial stages of reduction,
then levels off until further reduction invokes little or no additional
change in water content. In Fig. 3.2, the data for these clays are
fitted to a curvilinear line, but likely could be described as well or
better by two straight lines intersecting in the neighborhood of 0.40
mmol Fe2+/g clay. The region of the curve above this point (Fe2+ >
0.40 mmol/g) clearly obeys a linear equation of near zero slope. For
the region below it the number of data are insufficient for a complete
statistical treatment, but linear regression analysis of the available
points yields very high correlation coefficients (Table 3.2). This is
particularly significant because the full range of ferrous compositions
studied with UPM and CZM samples, which yielded a linear response, was
entirely below 0.40 mmol Fe2 +/g, suggesting that all of the clays be-
have uniformly and if iron reduction in the UPM and CZM samples were to
exceed 0.40 mmol Fe2+/g, perhaps a similar levelling off would be ob-
served.

The initial slopes of the lines in Fig. 3.2 (whether linear or
curvilinear) provide a means to evaluate the sensitivity of the water
content to changes in iron oxidation state. By comparing the linear
regression coefficients (slopes) of the lines in the range 0-0.4 mmol
Fe +/g (Table 3.2), differences in the clays are immediately apparent.

* The greater the absolute value of the slope, the more responsive the
clay-water ratio is to iron oxidation state. On this basis, the
relative sensitivities of the four clays used in this study increases
in the order CZM < UPM < GAN < NZM. Notice that this order fails to
correspond to the order of variation in other characteristics such as
total iron composition (UPM < CZM < NZM < CAN), surface charge (CZM C
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Figure 3.2 The equilibrium water content, mw/mc, at various applied
swelling pressures, 11, for smectites in various states of

* iron oxidation.
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Table 3.2. Correlation coefficients (r2) and slopes (c) of mw/m c
versus ferrous iron composition in the range 0-0.40 mmol
Fe2+/g clay.

Smectite Swelling Pressure, MPa

0.101 0.303 0.505 0.707

r2  -c r2  -c r2  -c r2  -c

UPM 0.9948 1.742 0.9994 1.186 0.9736 0.889 0.9992 1.045

CZM 0.9997 1.111 0 A943 0.687 0.9991 0.529 *

NZM 0.9993 6.637 1.0000* 4.130 0.9939 3.137 1.0000* 1.537

GAN * * * * 0.8117 0.Onl 0.9973 0.788

*less than two points in the range
*only two points in the range

UPM < NZM < GAN), or the substitution of Al for Si in the tetrahedral
sheet (CZM > GAN > NZM > UPM).

The uniformity of the individual curves in Fig. 3.2 suggests that
the effect of iron oxidation state on water content is reversible. The
results reported in this Figure (and in Table 3.1) represent clays in
CB buffer solution that were reduced, reduced then reoxidized, or unre-
duced. One set of GAN samples was treated for seven days to gauge the
effect of time in the reaction medium (including CB buffer without
dithionite) on the relationship between ferrous iron composition and
water content. Since all points for a given clay at the same pressure
fit nicely on the same line (or lines if two linear regions exist)
regardless of the sample history, the water content must depend only on
the state of oxidation, and not on the path by which that state was

4 reached. Treatment of the clay with citrate-bicarbonate and with di-
thionite dissolves some Fe, Si, and Al from the clay structure (see
section 2 above), and raises the possibility that changes in water con-
tent might be attributable to miceralogical alterations other than the
reduction of structural ferric iron. However, since the observed water
content reversibly follows the changes in iron oxidation state, any
irreversible dissolution of metal ions from the structure either must
occur homogeneously or, if heterogeneous, must follow a mechanism that
has no detectable influence on water properties.

Swelling pre-,sure curves were constructed from Fig. 3.2 by graphi-
cally determining the corresponding values of mw/mc from the curves

4'
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for the different applied pressures. The values of H were then plotted
against m.w/mc for 0, 0.25, 0.36, and 0.90 mmol Fe2+/g clay (Fig.
3.3). The observed shifts in position of the swelling pressure curves
are distinct and substantial, especially in the range of (,-0.4 mmol
Fe2+/g, and demonstrate that the reduction of structural iron markedly
decreases the swelling pressure of the clay. The magnitude of this
effect was determined by comparing the pressures required to achieve
the same water content in the various reduced states of each clay
(Table 3.3). A change in iron oxidation state from 0 to 0.36 mmol
Fe2+/g decreased the swelling pressure 22%, 31%, 39%, and 56% for the
respective clays UPM, CZM, GAN, and NZM containing 1.5 g H20/g clay.
For such a relatively small change in the iron oxidation state, which
affects less than two percent of the total clay weight, these changes
in swelling pressure are profound.

Table 3.3. The surface charge, w, and swelling pressure, H, of UPM,
CZM, NZM, and GAN smectites in various states of reduction.
The values for H were obtained graphically from Fig. 3.3 at
mw/mc = 1.5 g/g. The values for w were obtained graphi-
cally from Fig. 2.1.

Specific
Surface
Area* Fe2+ W

Smectite cm2/gxl0 - 6  mmol/g MPa mmol(Na')/g esu/gxlO -i

UPM 8.00 0 0.561 0.86 2.487
0.25 0.490 1.11 3.210
0.36 0.435 1.17 3.384

CZM 4.38 0 0.255 0.49 1.417
0.25 0.200 0.63 1.822
0.36 0.177 0.66 1.909

NZM 4.50 0 0.405 0.80 2.314
0.25 0.197 0.87 2.516
0.36 0.178 0.91 2.632
0.90 0.150 0.97 2.805

GAN 7.08 0 0.395 1.04 3.008
0.25 0.270 1.24 3.586
0.36 0.240 1.32 3.818
0.90 0.198 1.53 4.425

*Low, 1980.
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To explain these observations the following physical model is
proposed. The reduction of ferric iron in the clay crystals causes
some of the layers to collapse to form packets of partially or non-
expanding layers, such as suggested by Norrish (1954), forcing most of
the water from their interlayer spaces. These vermiculite-like packets
swell only from their outermost surfaces. In effect, the system con-
sists of some particles that exhibit limited or "type 1" swelling
(MacEwan, 1960) mixed with others that undergo complete or "type 2"
swelling. Upon reoxidation the complete swellability of most, if not
all, of the previously swelling layers is restored and the packets are
"dissolved."

This model is supported by arguments based on two different theo-
ries of clay swelling, namely, Low's empirical equation (Low and
Margheim, 1979), and DLVO theory. For many years Low and co-workers
have advocated that swelling is a surface phenomenon rather than a
result of osmotic forces as required by the Langmuir (1938) equation in
the DLVO theory (van Olphen, 1963; Verwey and Overbeek, 1948). Their
early work revealed that many physical properties of bulk water are
changed when it is adsorbed between layers of Na4-montmorillonite
(e.g., Oster and Low, 1964; Kolaian and Low, 1960; Davidtz and Low,
1970; Ravina and Low, 1977; Low, 1976; Ruiz and Low, 1976; Odom and
Low, 1978). Low and Margheim (1979) developed an empirical equation
relating the swelling pressure to the water content:

ln(l+l) = ln($)+a mc/mw [3.2]

where a and a are constants that depend on the properties of the clay.
The value of a depends directly on the specific surface area of the
clay. To determine whether the data from the present study fit this
empirical equation, Fig. 3.4 was constructed by plotting the experi-
mental values of mc/mw from Fig. 3.3 versus the corresponding val-
ues for ln(H+l). With only three or four points a rigorous statistical
test was not possible, but the existing points do seem to fit either
one or two straight lines. Low (1980) studied these same clays in
their natural (oxidized) oxidation state and found that they all obey
equation [3.2]. He also observed two different linear regions with
several clays, including UPM and NZM. Thus the two linear regions seen
in some of the lines in Fig. 3.4 are not without precedent and appear
to be consistent with previous observations. However, no distinct

E pattern emerges to predict in which lines a break should occur. The
CZM samples showed no sign of a break with the three available points,
which is also consistent with earlier results (Low, 1980). Another
interesting observation from Fig. 3.4 is that the principal difference
between the respective lines for each clay appears to be the slope,
which decreases with increasing ferrous iron content. Since the slope
(a) varies directly with surface area in a host of unreduced smectites
(Low, 1980), it seems reasonable that the surface area is likewise
decreasing in these samples as the ferrous content rises. Further, it
has been demonstrated theoretically (Low, 1980) and by low-angle x-ray
diffraction measurements (Viani et al., 1982, ACS Symposium on the
Physico-Chemical Properties of Clays, Las Vegas, Nevada, Book of

I
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Abstract, COLL 162) that at any given applied swelling pressure the
interlayer distance (c-axis spacing) is constant regardless of the clay
and its water content. The equation is

11+1 B exp [k/X] [3.3]

where B and k are constants. Neither this relationship nor the sug-
gested decrease in surface area has been confirmed experimentally for
reduced samples, but since the experimental data appear to obey
equation [3.21 , it is reasonable to assume that these clays behave in a
manner similar to those studied by Low and co-workers. It follows,
then, that the iron oxidation state in some manner alters or controls
the surface area of the clay. And if the c-axis spacing is constant at
a given applied pressure (equation 13.31), regardless of oxidation
state, then changes in water content must be due to changes in the
number of, rather than the distance between, expanding layers.

The mechanism by which iron oxidation state controls surface area
likely is related to the effect of surface charge on the number of
collapsed layers. As described above in section 2, we also observed a
reversible increase in surface charge (w which closely parallels the
reversible decrease in swelling pressure with reduction. Fig. 3.5
illustrates this inverse relationship between swelling pressure and
surface charge. It is reasonable to believe that increasing the charge
causes some layers to collapse since the low expandability of vermicu-
lites is generally attributed to their higher charge relative to smec-
tites (MacEwan, 1955), and is consistent with Weiss' (1958) observation
that in micaceous silicates the interlayer spacing in distilled water
decreases with increasing surface charge density. The range of surface
charge values for the clays in this study extend into the lower end of
the observed (Foster, 1963) range for naturally-occurring vermiculites,
but the apparent collapse of layers clearly must occur below this range
as well. Perhaps for layers to collapse in any given clay, the ratio
of reduced to oxidized (natural) charge is a more dominant factor than
the absolute value, so the critical surface charge above which a clay
will "vermiculitize" is a function of the relative rather than the
absolute value of the charge.

The results reported in Fig. 3.5 are inconsistent with DLVO theory
if the surface area is unaffected by iron reduction. This arises from

4 the fact that the Langmuir (1938) equation requires a direct dependence
of repulsive pressure on t~he surface charge density. We observe an
inverse dependence (Fig. 3.5), assuming the planar surface area of
individual layers is constant. Hence, we are forced to conclude that
the Langmuir (1938) equation does not describe the effects of iron
oxidation state on clay swelling. Possible reasons for this include:

4 a) swelling is not osmotic; or/and b) the Langmuir equation has no
provision to account for variations in the number of collapsed versus
expanding layers.

It may be possible that iron reduction alters two different prop-

erties of the system that affect swelling in opposite directions. The



-39-

k\&
~N.\ ~\\W

0.--- N Z
GAN

'10~~$
N MM,

I \II\\\ \ \' -

.4~ ~~~ M6. 01 41
(mm0t/M

Figur 3.5 The oservd reltionbetwen H nd th surAcecag,"



40-

increased negative charge on the clay layer will produce a greater
surface charge density in the interfacial region of that individual
layer. According to DLVO theory, this should increase the swelling
pressure and consequently the water volume associated with that partic-
ular interlayer region. On the other hand, the increased charge also
can cause the layers to collapse as observed in the case of vermicu-
lite, which would decrease the water volume in the interlayer space.
Perhaps more layers collapse during iron reduction than would be neces-
sary to counter the increased water content predicted by DLVO theory
for the surfaces participating in osmotic swelling. The result would
be a net decrease in the total water content.

If swelling is indeed osmotic, but some layers are allowed to
collapse as proposed above in the description of the physical model,
then it should be possible to estimate the fraction of collapsed layers
in the system from DLVO theory equations using the equilibrium water
content and surface charge values reported in Tables 3.1 and 3.3. For
this purpose assume the total water content of the system can be
divided into three components (Fink et al., 1968): the intracrystal-
line water, ("w&intra, that which is between the collapsed layers, theintercrytalline water, (mw)inter that which is between the freely
expanding layers; and the external water; (N")ext, that which is in
pore spaces external to the interlaminar regions of the clay. Fink et
al. (1968) estimated that the external water in Na+-montmorillonite
accounted for about 13% of the total water content in the free-swelling
state. We can therefore express the total water content of the system
in terms of these various components as

(mw)T - (mwfext - (F ). + [3.41
mc C intra c inter

If ai is the total planar surface area of a single layer, and X the
distance between layers, the amount of water between the layers can
then be written

mw f E p X ai/2 [3.51

where p is the density of the water, and the factor 2 accounts for the
fact that the water lies between two parallel plates. If X is
constant, or if the average quantity is used, equation [3.51 can be
rewritten

= E ai. [3.61Mw i

Notice that the specific surface area is defined by S = £ ai/mc, where

mc is the mass of clay. After rearranging this relation and substi-
tuting for E ai, equation [3.6] becomes

Mw ffp X S/2 [3.7]
mc
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The total planar surface area can be proportioned between the surfaces
associated with freely expanding layers and those associated with lim-
ited expanding layers according to the fractions 1-f and f, respectively.
Now if we assume that the c-axis spacings of these two different types
of expanding layers are constant for a given applied swelling pressure,
and are represented by X and Xo, respectively, then the right hand
side of equation [3.41 can be written

intra + interffipfXoS/2 + p(-f)XS/2 [3.8]Mc intra Mcinter

Equation [3.41 can therefore be written, after substitution of equa-
tion [3.81 on the right hand side,

w(mw)T - (mw)ext . pXofS/2 + pA(l-f)S/2 [3.91
cMC

Solving this equation for f yields

2(m) - 2(m)ext X]/(Xo-x) [3.10]
:..pS mc0

Equation 3.10 was evaluated for all of the clays in this study with 0
and 0.36 mmol Fe2+/g, using the observed surface charge values (Table
3.3) and total water contents, and assuming the ideal surface area of 8
x 106 cm2/g. As a first approximation, it was assumed that the exter-
nal water content was that of Na+-montmorillonite (13%) reported by
Fink et al. (1968), and the separation of collapsed layers was 9 A* (-4
water layers). Values for X were then calculated from DLVO theory
using the tables of van Olphen (1963) and the appropriate values of K

and a from the present experiment. Corrections for the van der Waal's
attractive forces were made after the procedure of Low (1980). The
corresponding values of f for oxidized and reduced samples at four
different pressures are compiled in Table 3.4. These results indicate
that in reduced samples approximately more than half of the surface
area is associated with a collapsed environment, consistently more than
in the oxidized samples. If the interlayer spacing of the collapsed
layers were to be less than 9 A, then of course the fraction of col-
lapsed layers would have to increase accordingly in order to account
for the decreased water content in the interlaminar regions, and the
packets would on the average consist of more than two layers. These
effects should be detectable by low-angle x-ray diffraction.

3.4. Summary

The effect of iron oxidation state on clay swelling is pronounced.
* A change of only 0.36 mmol Fe2+/g clay alters the swelling pressure by

as much as 56%, depending on the clay. All clays studied behave uni-
formly and most of the effect occurs below 0.40 mmol Fe2 +/g. The total
iron composition and the site of isomorphous substitution appear to

a
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Table 3.4. The estimated fraction of collapsed layers calculated from

eq. [3.101 using DLVO theory to estimate X. Units of R are
MPa.

Smectite Fe2+  f

mmol/g n = 0.101 n = 0.303 R f 0.505 H f 0.707

UPM 0 -0.13 -0.02 0 -0.12
0.36 0.06 0.25 0.30 0.33

CZM 0 0.45 0.39 0.30
0.36 0.58 0.60 0.57

NZM 0 0.21 0.26 0.25 0.13
0.36 0.59 0.71 0.79 0.83

GAN 0 0.20 0.30 0.31 0.28
0.36 0.45 0.57 0.57 0.60

have little or no effect on the swelling properties. The swelling
pressure versus water content relations appear to obey Low's empirical
equation of swelling, which suggests that the reduction of iron in the
clay crystals decreases the specific surface area of the clay. The
proposed physical model describing this process is that the reduction
of iron causes some of the layers to collapse, thereby decreasing the
number of swelling surfaces available to the water. The observed in-
crease in surface charge may be the major factor controlling the
collapse of the layers. The observed relationship between swelling
pressure and surface charge density is inverse, contrary to the direct
relationship required by the Langmuir (1938) equation in DLVO theory.

6
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4. The Relation Between c-axis Spacings and Water Contents of Clay
Gels at Various Applied Swelling Pressures.

Some of the research in this project was performed under a subcon-
tract with Philip F. Low and Charles B. Roth at Purdue University. A
major portion of their work focussed on the measurement of the crystal-
lographic c-axis spacings of clay gels as a function of applied swel-
ling pressure, H. The results are extremely interesting and form
additional ground-work for possible further investigations with regard
to the effects of iron oxidation state on clay swelling. For these
reasons a summary of their results are reported here. The following
summary was written by Dr. Low.

In order to fully describe swelling in smectite-water systems, a
direct measure of interlayer distances, X, as a function of applied
swelling pressures, H, is necessary. Previous measurements of macro-
scopic swelling in smectites has shown that the mass ratio of water to
clay, mw/mc, is related to the applied swelling pressure, H, by:

In(ll+l) f a(l/mc/mw ) + lnO [4.11

where a and 0 are constants characteristic for each sample. It was
proposed that the interlayer separation, X, would also be related to H
in the same way that mw/mc is.

The interlayer spacing was measured as a function of H for a
series of smectites ranging in charge density from 27,000 to 56,000
esu/cm2 . Highly oriented samples were prepared by sedimentation onto a
membrane filter and x-rayed using a diffractometer equipped with an
environmental chamber with beryllium windows. A drain from the filter
support led to the outside of the environmental chamber. This allowed
determination of c-axis spacings at pressures up to 0.7 MPa. X-ray
data were digitally collected for each sample after equilibration at
each successively greater pressure. The data were transferred to a
computer, analyzed, and c-axis spacing and interlayer spacing computed.

The results of the study to date are:

1. The interlayer spacing, X, is related to H as shown in
equation [4.21 that is:

ln(l+l) = K(1/X) + C, [4.21

where K and C are constants characteristic for a particular
clay.

2. For any given pressure fl, the measured X's are similar for
all the samples and are therefore independent of surface
charge density.

3. The observed relationship between T and X is much different
in form arid magnitude from that predicted by DLVO theory,
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and therefore cannot be explained by it. It is clear that
there are repulsive forces operating between smectite sheets
that arise independently from any double layer forces that
may be present. These repulsive forces are attributed to the
adsorption of water by the particle surfaces.

The effect of oxidation states of structural Fe on the relation-
ship of H versus X can now be studied. The measurement of X's for
reduced clays will show whether the differences observed in the macro-
scopic swelling between reduced and oxidized systems is the result of
changes in the relationship of H versus X, or due to changes in the
proportion of collapsed and expanding layers.

0
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The Quantitative Assay of Minerals for Fe2* and Fe ~ Using 1,10-Phenanthroline:
L. Sources of Variability'

J. W. STIruCKI AND W. L. ANDMWsN2

ABSTRACT The two analytical methods most commonly used

Factors affecting the reliability of results using 1,10-phenan- and which appear to be the most successful for measur-
throline (phen) in the quantitative .ssay of minerals for Fe i ng Fe2* and Fe34 in the same mineral sample are
and total Fe were studied. The greatest source of variabiliy those described by Olson (17) and Roth et al. (20).

*was the photochemical reduction of ferric-phen species during These methods use l,l0-phenanthroline (phen) as the
Fe'* analyses. It is believed that oxo-bridged dinuclear com-' colorimetric indicator for Fe. Begheijn (4) recently
plexes of Fes' and phen are formied in the mineral digests, which described a method that suggests some improvements
then are susceptible to photochemsical reduction by wavelengths to the above methods using phen, but retains man%
<Z 40W-500 tn. The rate of photoreduction of a solution ob- of the same features. All of these methods measure the
tainsed by digesting ssxidaaed nointrossite was sufficient to in- Fell concentration first; then total iron is obtained
crease the predicted Fe' content of the clay from about 0 to after chemically reducing all of the iron to Fe2

*.
2.45% by simply leaving the sample for I bour In normal
fluorescent light in the laboratory; and for partially reduced ThIocnrto fF 3 i usqetycluae

noarontefrm 823 o .68. Te rte ofinceae fx tse as the difference between Fe2* and total iron concen-
two clays were 0.0024 and 0.0014 absotbance units/min, respec- trations Hoern eoftsem hdsaesio
tively. Interferences due to this phenomenon were eliminated account the fact that Fe34 in solution with phen is
%shen samples were kept in the dark or under subdued red light. photochemically reduced to Fc(phen)32* when expoed
Other factors that adversely influence the accuracy and preci. to light (3, 6, 15), and are thus likely to yield er-
sion of the Standard curve included 0i) the amount of 48% HY roneously high values for Fe34 . Indeed, for the clay
used to digest the sample; (ii) addition of chemical reducing mineral nontronite (API no. H33a), a ferrous con-
agents such as hydroxylamine hydrochloride and hydroqui- tent of 1.75%, (24) obtained using the Roth method
none; (iii) the order in which phen is added relative to other is considerably larger than the generally accepted
reagents; (0v) pH; and (v) the length of time allowed for color value of 0.22%, (19). The latter value has been veri-
development if pisen is added only to the final dilution. fied by alternate procedures (J. D. Russell, private

Additiorul Indexz Words: photochemical reduction, hydroxyl- communication; A. D. Scott, private communication).
amine hydrochloride, hydroquinoine, oxidation. Nevertheless, due to their relative simplicity, sensi-

Stucki. J. W., and W. L. Anderson. 1981. The quantitative tivity, and ability to assay a sample simultaneously for
asyof minerals for Fes, and Fel" using I . l-phenanthroline: ferrous and total iron, methods using phen are ver%

I. sources of variability. Soil Sci. Soc. Am. J. 45:633--637. dsrbe hssuywsteeoecnevdt xm
mne in greater detail the extent to which factors such

______________________as the photochemical reduction of ferric-phen species
interfere with restilts for ferrous and total iron.

* (~~~ ONtPLETE characterization of the oxidation-reduc- EPRM NA
t~ ion properties of iron in alumitio-silicate minerals EPRM N A

requires the ability to quantitatively assay the mineral Ferrous ana total iron were measured on nontronite samples
for Fc2 * and Fe3 * simultaneously. Many methods (API no. 1-33a) and on separate standard iron solutions pre-
have been published for measuring either total iron pared from reagent grade Fe(NH,.(SO,).-6H,O and FeNHdSO,),

-or only Fe2 ' in various types of minerals, water, and .12H 2 0 Proscedures for Fes- and total Fe analysis included the
other materials (2 ,8 8, 22, 25.27.Ol a very method of Roth et al. (20) (referred to hereafter as the Roth

(2, 7, 16, 1, 27) Onlymethiod). and %ariious mifolfications to it. Trhe basic steps of the
few, however, have attempted to measure both Fe24  Roth method are summarized as follows:

*and Fe3 * in the same sample (4, 11, 17, 20), although Samples were dissolsed by heating for 30 min in a boiling
numerous attemrpts to measure Fe2 * in the presence water hath in a solution containing I ml of 48% HF. 6 ml o 'f

of F3' avebee rejortd (, 5 12 14) Nlssbsrir 3.N H2SO,, and t ml of 10% l.lO-phenarsrhroline in 9.1,
of F3' avebee reprte (2 5,12, 4).Nkisbater ethanol. *1 lie digesiiok cubes were remosed from (he water bath.

4 spectroscopy has also been tused to differentiatce~~i and a 1l ril portion of 54% boric acid was addled to remote an%
five abundances of Fe2 + and Fe& in minerals. -z: 1 excess HF. The resulting solution was thens diluted to 100 nml

the athtnaic~r prcedres equred~ ~in a %olitmrivc flask using freshly boiled water, then shaken.
the athenatcal rocdure reqire to esocrre'fus ti-on was determnied by first transferring a 10-nil alt-

relative intensities of the respective absorption C", quot oif tl11, %olutiirs to a second 100 ml soltimettic flask. then
velopes for Fe2 + and Fe3 * involve assumptions ant: adding 4 inl ,f a 10m) solution of vodium citrate atd rliloing
uncertainties that fender this method generailly ti to %olunic %is i %*ijilt [lie absoibatce was dleterined .after

acetal for quanititative analysis (10). .1 to 6t i1111i At 510 tim and referred to a standard curc lite-
acceptablepared fioio A, ferrous standard taken through the identical

pto ildui i I lie time elapsed from the beginning of diSSOislt ion
'Work supported by the Illinois Agric. Exp. Sin, and iii paT. to the a .. iint iiui teong %arical, depending (in the total itil-

hV the I.J. . Ar my Rns Office Reccised 10 Jiiii 1981). A-, lbut of Arnph%1 hieing .iiaied. The prillse foii hsatiir I0i
proveid I Dec. 19380. to ii)tll?, to ollosswing liou dilution pirsiumabl% wsas to .illos

'Assistant Ptoifessisr of 4oil Csermitil arid former (,,ilumi time (o fi i ll! ()Il ifteiiloplel~it.
Research Assistant. respectively 'Iotal trol %% as dctet mnted b% tiansferi ing a 5 ml aliquot filom

633



634 -52-
0, 634 SOIL SCt. SOC. AM. J., VOL. 45, 1981

the first flask to a third 100-ml volumetric flask and adding 2 The absorbance of the partially reduced sample in-
ml of 10% sodium citrate. To this solution, 2 ml of 10 creased at the slower rate of 0.0014 A/min. Even at
-NHOH-ICI was added, and the entire solution was diluted

to %olume with freshly boiled water. The absorbance was this rate, however, the error becomes very large since a
measured At 510 nm after 24 honuis and referred to ferrous minimum of I hour is required by the Roth method
standards taken through the total iron procedure. The ferric before any absorbance readings can be made. During
ion concentation was then calculated as the difference between this time, the absorbance of the partially reduced sam-
total and ferrous iron.

A combination of the Roth method and the method of Ol- pie increased from 0.190 to 0.314, which is an increase
son (17) (referred to hereafter as the Roth-Olson method) was in calculated percentage in the clay from 3.25 to 4.68%.
also used. This procedure was the same as the Roth method or a 44% increase. Hence, as the initial Fe3  content
except phen was added as the last reagent in the final dilution of the clay is diminished, or the Fe 5*/Fe ratio is
rather than being added to the digest solution, decreased, the rate of photoreduction decreases, but the

RESULTS AND DISCUSSION errors introduced remain significant.
Equivalent solutions stored in the dark for com-

Representative values from repeated analyses of parable periods of time remained constant at 0 and
oxidized nontronite for Fe2 * and total iron are given 3.25% for the oxidized and partially reduced samples.
in Table 1. Mean values agree reasonably well with respectively. Further studies also demonstrated that,
earlier results of Stucki et al. (24), but the precision when kept in the dark, the color intensity of these
of the Fe" determinations was very poor, giving a solutions was unchanged for extended periods of time
coefficient of variation of 5.57%. Less variation was (at least 1 week).
observed in the total iron determinations where the The effect of time in the light on the absorbance
coefficient of variation was 2.98%. These data suggest of standard solutions of Fe2 - and Fe3- phen com-
that the Roth method for measuring both Fe2  and plexes was also measured. In contrast with the above
total iron is subject to considerable error, especially results using digested nontronite solutions, except for
in the analysis for Fe2 . Several factors were recog- a slight increase due to the HF (see below), the ab-
nized as contributing to these observed variabilities, sorbance of standard Fe2*-phen solutions was un-
each of which is considered in detail below changed by exposure to laboratory light for severalhours. The photosensitivity of the standard Fe -

Photochemical Reduction of Fes+  phen solutions was comparable to the oxidized non-
tronite solutions described above and illustrated in

The most obvious source of variation in the Fe2 *  Fig. I. The necessary conclusion is that the accurate
determinations was the photosensitivity of Fe2  solu- determination of Fe2 + in the presence of Fe using
tions when Fe was present. This is attributed to phen requires deliberate precautions that protect the
the photochemical reduction of the ferric-phen species solutions from the light. This becomes increasingly
to Fe(phen)a2 *, the latter being the complex that is important as the initial Fe" concentration increases.
measured at 510 irn. Figure 1 illustrates the effect of The procedure for total iron is insensitive to photo-
light on the absorbance (at 510 rnm) of solutions reduction since addiion of reducing agents converts
prepared from oxidized and partially reduced nontro- all Fe" to Fe*.
nite samples. When the solutions were left on the The exact mechanism by which light affects chem-
laboratory bench exposed to the overhead fluorescent ical reduction ol Fe2 * in this system is at present un-
lights, the absorbance increased dramatically with time determined, but studies by Baxendale and Bridge (3)
in both cases. During the 1st hour, the absorbance of and by David et al. (6) provide sufficient infortnttion
the oxidized sample inreased from 0.003 to 0.1,14 at on the photoreduction of similar iron-phen systems
a rate of about 0.0021 A/min (absorbance units/ to strongly suggest the following hypothesis. The mix-
minute); then the rate slowed to about 0.0015 A/min.
After 150 min, the absorbance had reached 0.277 which 0. O X IDIZED LrIGHT-POSED.0
corresponds to a calculated Fe' concentration in the *A OXIDI .IZE". IGN OARK
clay of 4.83%. Since the concentration of Fe2* in the 0 PARTIALLY REDUCED. LIGHT-EXPOSED -6

..

clay is very low, it is obvious that a lack of precautions A PARTIALLY REDUCED. IN DARK
to prevent photoreduction can cause the Fer content 0A - R E N

of the clay to be greatly overestinated. This explains
why Stucki et al. (2-) reported an erroneously high Fe
content of 1.75-% for oxidized nontronite, since their Z -4-0/9
analyses were performed under normal laboratory con- 0 o /
ditions with no precautions against photoreduction. It o .,

* also explains why Begheijn (4) anti others (9, 15, 22)
were able to greatly improve the reliability of results by
reducing the time for digestion and analysis to only a 2.0
few minutes.

Table -Ferrous and total Iron coneentratons in oxidized
Snontromtlte detarmiaed by the method of Roth et al. (1969). 0. _

. .. .. . . .. . .. .. . . . .. SO0 to It o ISOFe. % Total Fe. TIME MINUTES
_____ _1 . -Fig. I-The effects of normal laboratory fluorescent light on
XE 0.08 243 the absorbance of iron-phen solutions prepared from oxidizedSEv 0.08 0.740 and partially.reduced nontronite, and how these effects are

- . .- reflected in the calculation ot the Fe, content of the clay.
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ing of phen and Fe" in solution produces the tetrakis Table 2-Etecta of lffetet salutes on the abseorptvity of the

(1 ,l0-phenanthroline)-L-oxodiiron(I1) complex which, staadard eolutioa u*ed In methods for total iro.
in the presence of light and excess phen, is reduced Abmorptivity. m -ridcmg
quantitatively by the stoichiometric reaction Fe(NH,)4S,),.6H,O F.NH,(SO.),.I2H,O

Solute added

[Fe2(phen)OL]2 ) h 2 Fe(phen)3 .. 11) (-0.41g Method a C.Vj M C.V.t

phen NHOH-HCI Roth 14 0.2018 6.46 8 0.200 5.47
TdHydroquinone Roth 3 0.2537 7.02 3 0.2564 8.17
The term an the left hand side of Eq. [1) is the NaC Roth 3 0.1965 2.51 3 0 -

general formula for the Fea+ complex, where L is a NH,OH-HCI Roth& 5 5
monodentate ligand and n = 4 when L is a neutral Olson 0.1943 5.76 0.2050 4.15

species (6). The term on the right hand side is the t Coefficient of Variation based on the sample standard deviation.

P intense red tris(l,10-phenanthroline)iron(II) complex
which has an absorbance maximum at 510 nm. David occur if reagents are not added in this order: reducing
et al. (6) reported significant photosensitivity of the agent, phen, citrate buffer, and, if necessary, base. His
I Fe2(phen)4OIll " complex to wavelengths as high recommendation differs from the order used in the
as about 400 nm, depending on L and the solvent. This Roth procedure in that the sequence for adding re-
agrees qualitatively with results from the present study ductant and phen is reversed. The procedure of the
which demonstrate that wavelengths between about Roth-Olson method more closely adheres to Schilt's
300 and 500 nm induce considerable photoactivity in recommendation.
ferric-phen solutions. Photosensitivity was noted un- To test the importance of this in the total iron
der both fluorescent and incandescent li~jhting, which determinations, varying amounts of hydroxylamine
emit only wavelengths greater than about 300 nm, hydrochloride, hydroquinone, and sodium chloride
but the same solutions were photoinactive when a red were added to solutions prepared from Fe(N )(SO).
photographic lamp was used. Prolonged exposure of 6H 20 and FeNH 4(SO 4)2 "I2H2O and treated according
the ferric-phen solutions to the beam in the spectro- to both the Roth and Roth-Olson procedures. The

photometer at 510 nm induced only a very slight in- results from the Roth method are reported in Table
crease in the absorbance over several hours' time. 2 and clearly show that the accuracy and precision of
Novak and Arend (15) also noted that ferric-phen the calibration curve are diminished when salts or
solutions are insensitive to wavelengths > 590 nm. reducing agents are added after formation of the iron-

Our efforts to identify the IFe2(phen)40L 2] " corM- phen complex. The results were similar regardless of
plex directly from UV-visible spectra were unsuccess- whether the standard solution was Fe2 or Fe3 t. The

full since the ferric-phen solutions prepared by the standard error of the mean absorptivity increased in
Roth method contain such an excess of phen (approxi- the order NaCl < hydroquinone ,-- NH 2OH-HCI.
mately 200 ug-phen/ml with 0- to 8-pLg Fe3+/ml) that Thus, addition of reducing agents gives the poorest
the spectra were characteristic of only phen. Any con- results. When phen is added to iron solutions that
tribution to the spectra by other complexes was com- already contain reducing agent (Roth-Olson method),
pletely masked by phen, and no differences were de- the coefficient of variation of the sample standard de-
tected even when the Fe3 + concentration was varied viation is still relatively high at the 4-6% level when
from 0 to 8 ug/ml. This observation was unexpected using NH 2OH-HCI.
since an earlier study (11) claimed that differences These variations in the standard curve cannot be
in the spectra of 0, 5, and 10-Ag/ml Fe3 in 40,000 t g/ attributed to the oxidation of Fe2 + during digestion
ml phen solutions are quantitatively separable. and analysis because the effect is the same regardless

Other studies also failed to identify the photoactive of whether the sample is initially Fe 3  or Fe2 . Pre-
Fea -phen complex (3, 11, 12, 14), although one (9) cisely how these solutes enhance the color intensity is
erroneously implied that Fe(phen)3

3 is formed in the unexplained. The effect becomes more pronounced
initial solutions when Fe3a is present. The Fe(phen)a'"  as the amount of salt added is increased, and the ad-
complex is prepared by oxidizing Fe(phen) 3

2  (3, 26) dition of the salts as aqueous solutions does little to
and is blue as compared to the faint yellow color ob- improve the results. Solutions containing digested
tained in this study. Furthermore, Fe(phen) 33 is samples are expected to behave similarly, although
photowhemically reduced only by wavelengths less than this cannot be demonstrated, due to their "unknown
about 280 nni (26), which are below the spectral Fe" property.
ranges of either fluorescent or incandescent lighting. The lack of precision in the total iron measure-
All evidence is, therefore, consistent with the mechan- ments reported in Table I may therefore be attributed
ism described in Eq. [i, even though absolute spec- in part to the effects of adding a reducing agent to the
tral verification is lacking. solution containing iron-phen complexes. The re-

sul,- in Table 2 further suggest that accurate and
Addition of Reducing Agents precise measurement of total iron using the methodsof Olson (16) and Regheiin (4) may be difficult. Since

The variability in total iron results (Table I) by the final color, however, is very sensitive to the re-
the Roth method, although less than for Fe 2*, was agents present in the solution, any extralxdation of
still relatively large. It is unlikely that this is related these results to methods in which even one reagent is
to photochemical effects since the conversion of Fe 3 * different should be viewed cautiously. Even though
to Fe2" by N I-f01-HCI should have been complete the procedures and reagents used in the methods of
and may be more the result of adding chemical re- Olson (16) and Begheijn (4) are similar to those used
ducing agents to the iron-phen solutions. Schilt (21) in this study, no atempt was made to exactly duplicate
points out that erratic and nonreproducible results their methods.

I
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Hydrofluoric Acid complex, thereby diminishing the number of phen
The effects of hydrofluoric acid on the calibration ligands complexed to Fe2 ' . This could lower the ab-sorptivity of the complex at 510 nm. At sufficientlycurve for ferrous iron were m easured both with and lag co en r t ns f b th F 2 a d F - ( ou 10

without silicate, and the combined effects of light and and 104 g/ml, respectively) in the digestate a precipi-
HF were also examined. Two sets of standard ferrous al e sectvely)bith igta preii.

sltoswere prepared in six different concentrations tate is formed that exhibits solubility properties simi-solutionswr rprdi i ifrn onrtos lar to an iron fluoride complex. suggesting that F-
within the range 0- to 8-/tg Fe 2*/ml. Both sets were atonirnfuidcmpe.sgsigthtF
-wtken thrugh 0teRothprocedureforoferrots ire may be successful in displacing or competing with sometaken through the ooth procedure for ferrous iron, of the phen. This, however, provides no ready ex-except the amount of HF added to tie initial digest planation for the observed absorptivity increase whensolutions varied from. 0 to 4 mi ; to one set was added the I-ml HF treatment is exposed to light.30 mg of iron-free kaolinite. For each level of HF An alternative explanation is that some Fe2* isadded, two separate dilutions were made from the oxidized during digestion. This would be consistentdigestates: one was treated normally, the other was with both the direction of the absorptivity change andexposed to fluorescent light for 36 hours prior to mea. the effect of light, since light reduces Fe 3" photochemi-
suring its absorbance. Each treatment was repeated cally. W'hile a proposal that either F- (which is al-
at least twice. After each treatment, the absorptivity ready in its lowest possible oxidation state) or H
for each standard solution was calculated from the would oxidize Fe2  under these conditions is unreason-
Beer-Lainbert Law. These values were then used to able, HF apparently can catalyze the air oxidation of
calculate a mean absorptivity and standard deviation. Fe2 ' in comparable solutions (13). The data are in-
The overall slope of the calibration curve is thus sufficient at this point to draw a firm conclusion as
represented by the mean absorptivity and its linearity tofwici atbth of th ac are operaing.
is inversely proportional to the standard deviation. to which, if not both, of these factors are operating.

The results, reported in Table 3, indicate that varia-
tion in the quantity of HF added to the digest solution Oxidation and pH
influences both the slope and the linearity of the cali- Oxidation of Fe24 to Fe 34 will occur if phen is ab-
bration curve. When no HF was added, the curve was
linear and reproducible over the concentration range sent from the digest solution. Comparison of solutions
studied, and light had no effect on the absorptivity. digested with and without phen revealed that the final
When I ml of IF was added in the absence of light, absorptivity decreased by 8.50, when phen was absent
the mean absorptivity decreased reproducibly by about from the digest solution, which points out the im-
5%1 but the linearity of the curve was essentially pre- portance of having phen in the solution to which Fe2

served. Subsequent exposure of these solutions to the is released upon digestion. It is possible, therefore,
light restored the absorptivity to its original value that the Roth-Olson and the Olson (17) methods for
when no HF had been added. On the other hand. Fe2 ' are likewise susceptible to oxidation.
the addition of 2 or 4 ml of HF resulted in a large Erratic results are also obtained if the pH in the
decrease (about 40%) in the absorptivity, the standard digest solution is too low. The absorptivity of fer-
deviation increased sharply, and the curves were non rous standards dissolved in the presence of phen was
reproducible. Results obtained with and without optinized when 12 ml of 3.6N H2SO4 was used in the
kaolinite differed by less than their respective standard digest. The results were comparable when using 6
deviations and were therefore considered to be statis- ml ol 7.2N H2SO4, but extensive oxidation occurred
tically equivalent, when the H' concentration dropped much below

These results suggest that the anount of HF added 2.9M during digestion. Subsequent dilutions to 100
to the initial digest solution should not exceed I ml ml yielded more satisfactory and reproducible results
and must be the same in every sample and standard than when 50 ml was used. Presumably this is re-
used. Further, the amount of silicate mineral that lated to the pI-dependence of the color development

* can be analyzed by these methods appears to be limited iii the final solution (20, 21), which required a pHi
. to the amount soluble by I ml of .18% HF. between about 2.5 and 6.0.

One possible explanation ior the decreased absorp-
tivity as the result of increasing the amount of HF is Rate of Color Development
that F- colpetes with phen for ligand sites in the Fe2 '

Complete color development in the final flask of
t- protdtire is t ite dlependent. It also varies with~~~Table 3-The effect of 48% HF and 36i hours in fluorescent light tp a d| e w ist ime dpndri wihhen Iaso aies wih

on the mean mbsorptivity 00 and sample standard deviation pl arid with the oler in which plen is added. When
(S) of Fe4phenh'" solutions prepared by the Roth method phen is adlded to the digest solutions, where the pH is

using Fe(NH.ldSO0h,-6HO. 0' V. the color is devc ped rapidly : (ompletely by
...... .... . . the time all dilutions are made. If, however, the Roth-_ - Aborptivtt.mcm-t ....... Olson procedure is used in which phen is not added

Am runt of lIf E xpord to light Kept mn darkne', until lhe final flask, where the ptt is between 2 and
nlutit, mt o dis .1, ". he rate is niuth islower, and requtires at least .lS- .. .0. .. hous nvt full olor development of an 8-ttg/ml solu-

0 0 194 00012 0 190 00 tS ion of Fe2 . If the analysis is intended for Fe2' only,
1 0 1960 0 0023 0 IM,2 00026
2 U 1226 0 096 0 1217 01927 this miust tike place tnder nonphoioreduting condi-
4 01001 007 1) 12013 00043 tions. Raising tile telperatute of the final solution

t Caleutat*.d~ from the BH' r-l.amhert taw to at lerate the irate of (olor forination is iot ieconi
t Based on the absorptvit y of smi standArd solutions ranging in oncenlra. iended sn t lite color itn the final oltition is unstable

tion from 2 to 8 -t 'e"mI solution. above about 50"C.
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* *SUMMARY AND CONCLUSIONS Ind. Eng. Chem., Anal. Ed. 10:60-64.
9. Ghosh. A. R., and 1. I. Radhakrishnan. 1967. limitations

Methods for measuring Fe2* and Fe34 in minerals in the determination of ferrous iron by orthophenanthroline
* using 1, lO-phenanthroline are subject to numerous 1.method. J. Inst. Chemists (Calcutta) 34:168172.of vriablity themostpronunce of h0c Goodman. B. A. 1980. Mosabauct ssectroscopy. p.1-2sources ofvraiiy h otpoone fwihIn J. W. Stucki and W. L. Banwart (ed.) Advanced chemical

is the photochemical reduction of ferric-phen species methods for soil and clay minerals research. D. Reidel Pub-
to Fe(phen)a2 *. When samples containing Fes* are lishing Co., Dordrecht, Holland.
assayed for Fe2 * only, erroneously high values are ob- 11. Harvey. A. E., Jr., J. A. Smart. and E. S. Amis. 1955. Si-

if aalyis i th ligt. hismultaneous spectrophotometric determination of iron(II)
taind i th anlysi isperormd intheligt. his and total iron with 1,I0-phenanthroline. Anal. Chiem. 27:*effect is completely eliminated by performing the 26-29.

analyses under subdued red light or in complete dark- 12. Heaney, S. I., and W. Davison. 1977. The determination of
ness. If phen is deleted from the initial digest solu- ferrous iron in natural waters with 2,2'-bipyridyl. Limnol.tion aprecabl oxiatin i oberve inbot th ISOceassogr. 22:753--760.tion aprecableoxiatin isobsrve in oththe 13.Hillebrand. W. F., G. E. F. Lundell, H. A. Bright, and J.
ferrous standards and the samples. I. Hoffman. 1953. Applied inorganic analysis. 2nd ed.

The precision and accuracy of standard curves pre- John Wiley & Sons. New York.
pared from either Fe24 or Fe34 salts are adversely af. 14. Lee, G. F., and W. Stumm. 1960. Determination of ferrous

fected when chemical reducing agents are added. The iron in the presence of ferric iron with bathophenanthroline.
J. Am. Water Works Assoc. 52:1567-1574.effect is greatest when the iron-phen complexes are 15. No~ak. J., and H. Arend. 1964. The photosensitivity of the

allowed to form prior to addition of the reducing complex of iron(IlI) with I,10-phenanthroline. Talanta 11:
agent. This is a difficult problem and seems to exist 898-899.

regrdlss f te rdoxprperiesof he altaddd. 16. O'Connor. J. T.. K. Komolrit, and R. S. Engelbrecht. 1965.
regadles o th reox ropetie ofthesal aded. Evaluation of the orthophenanthroline method for ferrousIt thus detracts from the integrity of total iron analyses iron determination. J. Am. Water Works Assoc. 57:926-934.

by 1,10-phenanthroline methods. An alternative means 17. Olson. R. V. 1965. Iron. Ins C. A. Black et al., (ed.) Meth.
for reducing the iron to obtain total iron, however, ods of soil analysis. p rt 2. Agronomy 9:963-973. Am. Soc.

of Agron., Madison, Wis.may be found by exploiting the photochemical prop- 18. Peters. von Arnid. 1968. Emn neues verfarn zur bistisnmung
erties of the ferric-phen complexes that are formed. eisen (II) oxide in mineralen und gesteinen. Neues Jahrb.
This concept is explored in depth in another study Mineral. Monatsh. 3/4:119-125.
(23). 19. Rosa, C. S.. and S. B. Hendricks. 1945. Minerals of the
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The Quantitative Assay of Minerals for Fe2* and Fe* Using 1,10-Phenanthroline:
11. A Photochemical Method'

J. W. STUCK12

ABSTRACT exposed to light. The magnitude of this error in-
A photochemical method for measuring Fe and total Fe creases with the intensity of the light and with ex-

in minerals is described. The method determines Fes* concen- posure time (9).
tration by measuring the fe(phen)3'* (phen = l,10-phenanthro- The phenomenon common to the procedures for
fine) complex formed during HF-H,SO, digestion of the min- Fe2* and for total iron is the photochemical reduction
cral. To measure Fe' accurately in the presence of Fe* from of ferric-phen complexes-a detriment that must be

*the mineral, the sample digestion and analysis are performed eliminated in the case of Fe2 * determinations and an
under red light to prevent photochemiical reduction of the asset that may substitute for the addition of chemical
ferric-phen species. Total iron'is measured by converting any reducing agents in the total iron procedure. The pos-
Fe?* in the digestate to Fe(phen)' by photochemical re- sibility that photoreduction can substitute for chemical
duction using a fluorescent lamp. This procedure avoids the re cigantisndaedb th osrvins f
problems associated with adding chemical reducing agents to David et al. (2) that ferric-phen complexes are quan-
iron-phen solutions. The calibration curves were linear up to tttvl n tihoerclyrdcdt epe)18-pug Fe/mI with a lower detection limit of 0.011 ug/ml. The tveyadsocim rcayrdudtoFphn 3
absorptivitirs of the calibration curves were 0.1852 ±t 0.0017 in the presence of excess phen. The purpose of this
and 0.1960 zt 0.0018 snh/cm-pg for Fe* and total Fe, respectively, paper is to describe a photochemical method based on
Ferric iron in the mineral samples was calculated by difference, the method of Roth et al. (6) for Fe2* and Fe2* de-

Additional Index Wordt: iron awsay. termination in minerals that exploits the photosensi-
tivity of ferric- phen solutions. It also accounts for

Stucki. J. WV. 1981. The quantitative assay of minerals for Fes- the variability described. earlier (9) due to oxidation.
and Fe" using l,10-phenanthroline: 11. A photochemical meth. pH, rate of color formation, and the presence of HF
nd. Soil Sci. Soc. Am. J. 45:638--641. acid.

EXPERIMENTAL

S TUCKI AND ANDERSON (9) report that the use of Materials
.)1,10-pienanthr-olinie (phien) to measure both Fe24  

Mfinerals-Mineral samples used in this study are listed in
and total Fe in minerals is subject to considerable Table I ;11013g with their origins and descriptions. The USGS
error due primarily to two factors: the photochemical mineial standards were used directly as supplied, and nonitolite

redutio of e3 ' an thecolr intablit as reult was plepared as described by Stucki et al. (10).ofdadding chemical reducingcogentsntoabolutions core-u as Reagent5-llO0-phenanthroline monohydrate in 95% ethanol
of adin chmicl rducng gens t soutins oll ASa W", (wt, wt) solution; 3.6N sulfuric add; 4S0% lI acid.

tamning iron-phen complexes. 5.%1 (wt'wt) boric acid solution in water; 10%7 (wt wt) sodium
The precision of total iron results is adversely af- citrate dlihydrate in water; and reagent-grade FeCNH,.MS.),.-

fectd bytheaddiion f cemicl reucig agnts 61-12( (ferrotis Ammnbnium sulfate hexahydrite salt). All waterfectd b th aditio ofcheica redcin agnts irsCe was deionized to I8 megohm resistivity, using a Milliporeafter the iron-phen complexes have formned. The co- milli.Q water purification system.
efficients of variation (C.V.) for the absorptivity of Appatatui-Lloiliiig water bath with a container to hold 100-
Fe(N1) 2(S0 4)2 .6H 20 standard solutions were 14.88 ml cenifiuge tubes; 100-mi poyprop)lene centrifuge tubes; I.
and 7.011% when Itydroxylamine hydrochloride and ml Eppendort pipet with plastic tips; 50-mI pyrex Eilenmceeadersetvl0 oeei flasks with iutbber stoppers; a dual circline lamp fixture equiphydroquinone were adersetvl.Hwvr na ped with one 20-cm (A-inch) diameter ('12 W) and one 10 5-
series of analyses of nontronite for total iron using cm (12-inch) diam (40 W) citculat fluoresceist bulbs, inseited
hydroxylarnine hydrochloride as the reducing agent, atid covered with a 0.125-inch thick sheet of psrtex glass; a
G4CV. was only 2.98%" (9), suggesting that other coits- Beckman model 52J30 UV-visibfe spectrophotomeiter capable of

* enatn eros xst Te eatvey od reiso a linear absorbance range of at least 0 to 2. a three-decimalpenstin erorsexit. he rlatvel god peciion absorbance displaN, and a flow-through cell with sipper acces-of this result appears to be fortuitous, and the poor sory; a desk tamp with a red bulb; a top-loading balance ac-
reproducibility of the standasrd curve indicates a need cturate to --t 001 g: and an automatic dilutor capable of 1:10
for better precision. Since none of the currently avail- dilution iatios (preferably I ml:l0 nml capacities) with an

abl nithos tat elyon altn t mestie both Fe2 1 osciall precision better than t 0.3%. lit this stuidv, the pipetabl mehod tat elyon he tomeainportion of the dilutor was calibrated sw-it h di stil letd waleS toant otatl Fe m.tount for these sources of variability, rnfr00 02 n o(iuewt 29 .18g
4a necw method is needed. When phen is add 'd to a infi.03-002gaditdluewh7219_0048g

solution contaitlig Fe 3*, a dintaclear ferric-plien corn- Recommended Method
plex is formsed (2). Upon expostire to light of wave-
length,, < 500O nin (approxiinatelv), this complex is I'rocedure-1-eirous and toral nion wete determined bs adding

25- lo( g of iied mineral sample contailsing < 75 mg of totalphotochernicallv redutced to Fc(pltets) 3
2 ', the intensely, iiit. a 100 ml polJts ptip lent- cent rifugte tube ]'he loomcolored toniplex tha~t is tmaie vdmtt (oloiietrically at was then tlaikeiiei and the ied lamp tin ned on to illuinate

.510 nat. TVimt, itt a rrifttcral sampt~le that (ontlato tire woik area. I-he %arnldr vos iligi-sird bi aiinlung 1. 2 ml of
4some Fc 5 ', the aniouti i of Fe-2 ineastitetl by phen wsill 1.6N, ll~i, '_1 rul of pieii. and I itil of 48% iI (using

be hghertha thetru vale ifthesampe slutin ~ the lastic Eppeinloi I piper) to the tube, in that order; this.be hghe thn th tre vlue f te smplesoltio is in tutn, was placed unstoppered into the boiling water bath.
After rxantls- 30 imin the tube was remosed from the bath and

'Work Sulpportedl by the Ill. .Agric. Exp. Sin , itnd the U. S. cooled it mont tetopematute for I5 min. 'I en iitl of boric acid
Atriy Res Oftn c, Received 9 Juely 1080. .- pptosed 19 Der. was added. U siiig the top loadinig balance, the soliitiori was

* 1980. difled gnatieriically to about 80 to 90 g and consrtied direct-
'Assistanit Pr',fcssot of Soil Cl.hemistry, Dep. of Agron.. Univ. l' ito ulume units 5ince the density was 1.005 at 24C( The

of Illinois. Urb~ana. 11. 61801. tube was then coseied with parafitm. and its contents were
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mixed thoroughly. This solution was protected from the roo Table 1-Mineral sample@ studieo.

With the red lamp still on and using the automatic dilutor. Miea Desciption Souire
one aliquot (0.803 g) from the sample tube was transferred AGV-i Andesite USGS Split 62. position 8
immediately to each of two 50-mi Erlenmeyer flasks containing GSP-l Gransdorite USGS Split 27. position I1I
I aliquot (0.803 g) of 10% sodium citrate, and diluted with G-2 Granite USGS Split 74, position 14
water. The absorbance of the solution in the first flask was PCC_1 Puldotite USGS Split 76,pouition 14
measured immediately at 510 nmn. The second flask was stop* Nogstro.it. API H3s, Wards Natural

-. pered and placed on the fluorescent lamp for 36 hours and the < 2 jm Natuated Science Establiashmentabsorbance of this solution measured after allowing it to cool Biotits < 2Lm Bancroft. WardsNatual
for 2 to 3 min. These absorbance values were substituted into Ontario Science Establishment

*Eq. (2] to calculate ferrous and total iron concentrations, res- Vermiculit.e Heterogeneous Unknown
pectisely.

Calibration Curves-Calibration curves were prepared by
treating Fe(NH,),(SO,),.SH,O exactly according to the proce- Table 2-Pecent ferrous and total Iron In selected mineral
dures described above for ferrous and total iron. Reagent blank samples detemnsined by the photochemical method
solutions, which contained all reagents except the iron salt, am compared to other msethods.
were also reaed in like manner. Using the dilution ratios

*described a o~e, each 7-mg portion of Fe(NH,)2(SO.)2-6H2O add- Method
ed to the digestion tube resulted in about I ug-Fe/ml in the

fina flak. Tis sudytCarmichaelfinl fas. TisstuytFlanagan 01; s1.
Calculat 10 s-The absorptivities of the standard solutions, Mineral Phiotochemical Other: (1967) (1968)

denoted c. were calculated for iron concentrations ranging be-
tween 0 and 8 Mg/mI using the Beer-Lambert Law, namely: Ferrous Iron

e,=(A. - A 6)/1lc, AGV-1 1.65 (0.32) nd. 1.56 1.61
GSP-i 1.77 (0.61) nd. 1.74 1.84

where A, and Ab are the absorbances of the standard and re- G-2 1.29 (7.24) tLd. 1.43 1.17
agent blank solutions, respectively; 1, the path length (1 cm); PC!_ 4.12 (0.581 4.18 3.79 4.02
and c, the Fe concentration in Ag/mI. Nontronita 0.06 (30.40) -0 tod. ad.

The concentrations of ferrous and total iron were calculated Biotite 11.44 (0.51) nMd. ad. ofd.
from the equation Vericulite 1.29 (0.56) nd. n~d. nd.

(A, -Ab) V' VTotal Iron
(A. M. VA) 1 0-. 12] AGV-1 4.57 (0.441 4.70 (0.181 4.66 4.69

ei.V GSP-1 2.40 (0.75) 2.45 (0.09) 3.04 2.97
*where c, is the weight percent of Fe (either ferrous or total G-2 1.86 (4.44) 1.72 (0.061 1.89 1.84

iron) in the mineral; A,. the absorbance of the unknown solu- PVC-1 5.22 (0.94) 5.36 (0.17) 5.76 6.70
tion (either ferrous or total iron); in_ the mass of mineral sam- Nontronita 24.04 (0.54) 24.32 (1.00) n~d. usd.
ple added to the sample tube, in grams; V,,. the diluted volume Biotite 13.90 (0.49) 13.93 (nd.( nd. nd.
of the sample tube; 1"d, the total volume of the solution in the Vermiculite 6.67 (0.73) 6.80 (0.16) nd. tod.
final flask; and VA, the volume of the aliquot transferred from unbriarteofcetomiainCV.aeotesndr
the sample tube to the final flask. The density of the solution tNmesi0aet ofiin fvrain(.. ae ntesadr
in the final flask was 1.0042 g/cmg; no densit Iy correction was errous dtemianedb (Scotsmto;an).a rnbyaoibo
therefore used in converting the solution weight to volume. tiFrousdeterminedSott'mepaethd adhotaleironlby tomiasop
i.e.. a density of I g 1'CM3 was used.tinuigtedgsaepraednthpoocmclmto.

The weight percent of F& in the sample was calculated § n~d. - not determined.
simplv as the difference between total and ferrous iron.

ate the integrity of calibration curves determined with
Comparative Methods any visible wavelength absorption photometer.
Ferousandtotl ion ereals deermnedby ltenatve The difference in the absorptivities of the ferrous

methods which served as a basis for comparison Of Iresults. Fer- n oa rn.adrl satiue nieyt h
rous iron was measured in nootronite and PCC-l using a presence of HIF acid, whiich decreases the slope of the
sanadyvl titration procedure described by A. 1). Scott (private ferrous curve depending on the amount of HF added
coflimunicitioli). based on the method of Peters (5). Total iron (9). The addition of I ml or less of HF yields satis-
was measured on all samples by atomic absorption at .51K, nm factory results. Even though the absorptivity is slight.

*using a Perkin-Elmer Model 5000 spectrophotometer and an air- l less thanwenoH isad ,qu ttes>Imacetvlene flame. These solutions consisted of a 1:30 dlilution ynwe oH sadd uniis>Im
of the dligestates in the lOG-nil polypropylene tubes prepared result in poor reproducibility and precision. For these
by the photothemical method described above, reasons, the amount of HF added to the digest solu-

tif. ons must be the same for each sample and standard

RESULTS AND DISCUSSION used and should not exceed I ml. This imposes an in-
herent limitation on the amount of silicate mineral

The calibration curves for ferrous and total iron that can be dissolved and subsequently analyzed for
*using Fe(NH 4 )2 (S0 4 )2 .6H 2 0 were linear uip to 8-pug Fe2 * and Fe3* using the photochemical method as de-

Fe,,ml with inean absorptivities of 0.1852 ±t 0.0017 scribed above.
and 0.1960 :t 0.0018 mnl/cm.p, respectively, for the That HF is partially consumed by the silicate sam-
99n), confidence interval. The lower tletection limit ples during digestion, and because the standards con-
was f0.) 11 pg Fe. nil. As these values intdicate, the tained no silicate, perhaps the effect of F- on the

* standard (t irves were easily reprodiced with high pre- observed absorptivity for the standards will be less
isiosn andi l ineait i, wli jil in lie case osf total iron is pronouinced in the samnples. To test this possibility. 0,

S ~~an iri pt vcnttci t iv~t thfe valueiis ohtiinctl by Stucki 1-, 2- or- .-- l al iquots of .%H F and 30 mng of iron-
intl .- nderson (9) us~ing hydroxylainine hydrochloride free kaolinite were added in triplicate to each of sev-

,is a retlucing agenit. Thle above absorp.tivity values, eral sislut iotis Ieprescfltiitg a 2-8 pg/nil concentration
which are a property of thle absorbing solution alone range, and their respective I bsorpt ivi ties aind standa-rd
and thus inidependent of tlse instrument tised to mea- deviations were mneasusredl. Thse results did not differ
sure their absotbaisce. should serve as a guide to evalts- significantly (at the 99u/, CI) from the values reported
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" above when kaolinite was absent, so any error intro- sible sources of variability be considered carefully be-
duced by preparing the standard solutions without fore modifications are introduced routinely.
adding a silicate was negligible. Oxidation of Fe2* to Fes  is absent during the en-

In Table 2 the Fe2 + and total Fe results for selected tire procedure as long as phen is present and the pH
mineral samples (described in Table 1) using the of the digest solution is low (<2). If left in the diluted
photochemical method are compared with values re- digestion tube for more than a few hours, the mea-
ported by Flanagan (3) and Carmichael et al. (I), sured level of total iron in the solution decreases
and with results obtained in this study using atomic steadily. Possible reasons for this deterioration in the
absorption for total Fe and vanadyl titration for Fe2 *. apparent concentration of total Fe are discussed else-
The precision of the photochemical method is excel- where (9) but seem to be linked with the reaction of
lent as indicated by the low (<1%) C.V. for most F- with Fes , Fe2+, or both (4). The mechanism of
samples. The results for total iron are within 1 to 2% interference may include either oxidation due to the
of those obtained by atomic absorption and generally low dissociation of FeF3 complexes (4) or simply ligand
agree with the iron assays of the USGS mineral stand- exchange on the Fe(phen)a 2  complex. Once the pH
ards reported by others (1, 3). This close agreement has been buffered to 2.9 to 4.0, the solution in the final
in total iron values demonstrates that photochemical flask is stable for at least one week. Solutions intended
reduction is an accurate and effective alternative to for Fe2+ analysis must be stored in the dark.
chemical reducing agents as a means for determining
total iron with phen. CONCLUSIONS

The most obvious discrepancy in the USGS samples
is in the case of GSP-I where the photochemical meth- The photochemical method described above offers
od measured 20% less total iron than either of the several improvements over the Roth method (7) in
other two studies (1, 3). However, the fact that atomic the quantitative assay of minerals for Fe2  and Fe s

*.
absorption confirms the photochemical results sug- These are:
gests that the particular sample of GSP-l used in this 1) Fe2 * can be measured accurately in the presence
study may be somewhat different from that used by of Fes*, regardless of their relative ratios. 2) Photo-
Carmichael et al. (1) and Flanagan (3). Also, standard chemical reduction, rather than the addition of chem-
deviation information is lacking in the latter studies ical reducing agents to the iron-phen solutions, yields
so no test for statistically significant differences could high precision in the total iron calibration curve, thus
be made. The problems of solubility of PCC-I de- making possible a more reliable result. 3) The op-
scribed by Carmichael et al. (1) also apply to the portunity for dilution errors is diminished by using
photochemical method and perhaps explain some of an automatic dilutor and by diluting the digested
the discrepancy seen in this case. solutions directly in the tubes rather than transferring

As for Fe2  analyses, the amounts measured in the to a volumetric flask. 4) The use of an automatic
USGS standards by all methods were comparable, and dilutor decreases tedium and facilitates the analysis of
certainly within the limits of variation that might be more samples and replicates in a shorter period of
expected from one study to another. rhe accuracy time, thus enhancing the opportunity to check preci-
of the photochemical results lies within the range of sion. The total time required to analyze 16 samples in
variability observed between the values reported by triplicate is reduced to 2 hours.
Flanagan (3) and Carmichael et al. (1). The principal limitation to this method is that it

Results for nontronite using the photochemical has been tested and evaluated specifically for only
method (Table 2) were also compared with previously those samples that can be digested using HF-H 2SO4 .
published results (7, 10) where the Roth method (6) However, there is no a priori reason to exclude alter-
had been used. The total iron content of 24.04% native digestion media, provided that adequate calibra
(Table 2) agreed quite well with the earlier results tion is achieved, the principles for dealing with photo-
of 24.86% (10) and 24.74% (7); but the Roth method chemical reduction are applied properly, and the
greatly overestimated the Fe2z composition of oxidized final ptI range of 2.9 to 4.0 is maintained. These same
nontronite, giving values of 1.75% and 2.79% com- criteria should also be applied to evaluate anv incklii
pared to only a trace (<0.05%),) by the photochemical cation that may become desirable.
and vanadyl titration methods. These discrepancies
are directly attributable to the photoreduction of Fes* ACKNOWLEDGMENT
during Fe2 * analysis using the Roth procedure, since
no precautions were taken in those studies to protect The author would like to acknowledge and thank Rose

0 the solutions from the light. This accounts fully for Pilgrim for labor aorys assrstae and Dhar pat Rae .or supph
the erroneously high values reported for the Fe 2  ing the samples of brotte and vermiculite.
content of nontronite and probably also explains why
the result from Stucki et al. (10) does not exactly agree LITERATURE CITED
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APPENDIX B

On August 22, 1979, Philip F. Low, Charles B. Roth, and Joseph W.
Stucki filed a record and disclosure of invention form with the Purdue
Research Foundation under the title "Method for rapid beneficiation of

bentonite (smectite) clays." This disclosure occurred prior to the
initiation of this project with the Army Research Office, and was based
on the earlier reports and observations of the inventors. Later, on

August 4, 1981, this record and disclosure was up-dated with some of
the data collected as part of this project. Then in December, 1981, a
formal Application for Patent was filed with the U. S. Patent Office by
the Purdue Research Foundation. As of this date the application is
still pending.
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